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Oxygen, one of the most abundant elements on Earth, often forms 
an undesired interstitial impurity or ceramic phase (such as an oxide 
particle) in metallic materials. Even when it adds strength, oxygen 
doping renders metals brittle1–3. Here we show that oxygen can take 
the form of ordered oxygen complexes, a state in between oxide 
particles and frequently occurring random interstitials. Unlike 
traditional interstitial strengthening4,5, such ordered interstitial 
complexes lead to unprecedented enhancement in both strength and 
ductility in compositionally complex solid solutions, the so-called 
high-entropy alloys (HEAs)6–10. The tensile strength is enhanced 
(by 48.5 ± 1.8 per cent) and ductility is substantially improved 
(by 95.2 ± 8.1 per cent) when doping a model TiZrHfNb HEA 
with 2.0 atomic per cent oxygen, thus breaking the long-standing 
strength–ductility trade-off11. The oxygen complexes are ordered 
nanoscale regions within the HEA characterized by (O, Zr, Ti)-rich 
atomic complexes whose formation is promoted by the existence of 
chemical short-range ordering among some of the substitutional 
matrix elements in the HEAs. Carbon has been reported to improve 
strength and ductility simultaneously in face-centred cubic HEAs12, 
by lowering the stacking fault energy and increasing the lattice 
friction stress. By contrast, the ordered interstitial complexes 
described here change the dislocation shear mode from planar slip 
to wavy slip, and promote double cross-slip and thus dislocation 
multiplication through the formation of Frank–Read sources (a 
mechanism explaining the generation of multiple dislocations) 
during deformation. This ordered interstitial complex-mediated 
strain-hardening mechanism should be particularly useful in 
Ti-, Zr- and Hf-containing alloys, in which interstitial elements 
are highly undesirable owing to their embrittlement effects, and 
in alloys where tuning the stacking fault energy and exploiting 
athermal transformations13 do not lead to property enhancement. 
These results provide insight into the role of interstitial solid 
solutions and associated ordering strengthening mechanisms in 
metallic materials.

We studied the base alloy TiZrHfNb, the optimally oxygen-doped 
variant (TiZrHfNb)98O2 (hereafter denoted as O-2 HEA) and for com-
parison also an interstitial variant with 2.0 at% nitrogen (at%, atomic 
per cent), that is, (TiZrHfNb)98N2, hereafter referred to as N-2 HEA. 
Figure 1a shows the true tensile stress–strain curves of these three 
as-cast HEAs. A strong strengthening effect is observed for both the 
oxygen- and the nitrogen-doped HEAs: the yield strength σy increases 
from 0.75 ± 0.03 GPa for the base HEA to 1.11 ± 0.03 and 1.30 ± 0.02 
GPa for the doped O-2 and N-2 HEAs, respectively. As expected from 
conventional interstitial strengthening, the ductility of the N-2 HEA is 
reduced, as indicated by the blue curve in Fig. 1a. Surprisingly, addition 
of 2.0 at% oxygen to the TiZrHfNb base HEA simultaneously improves 

strength and ductility, as revealed by the red curve in Fig. 1a. The elon-
gation has nearly doubled, increasing from 14.21% ± 1.09% for the base 
HEA to 27.66% ± 1.13% for the O-2 HEA, accompanied by a substan-
tial work-hardening effect. We also observe a distinct yield point effect 
in the stress–strain curve of this specific alloy, which contrasts with the 
base and N-2 HEAs. This yield point phenomenon is similar to that 
observed also for many steels with solute carbon14, and results here 
from the interaction between oxygen and the dislocations. The O-2 
HEA also exhibits a much higher work-hardening rate than the other 
two alloys (see inset in Fig. 1a), and the calculated hardening coefficient 
of the O-2 HEA is 0.124, which is much higher than that of the base 
HEA (0.042) and N-2 HEA (0.011), enabling the material’s unexpected 
drastic increase in ductility. Figure 1b visualizes the anomalous intersti-
tial strengthening behaviour of the O-2 HEA with respect to a number 
of established alloys15–23 and the N-2 HEA, revealing that its enormous 
increase in strength is not achieved at the expense of ductility. We note 
that the mechanical properties of the current TiZrHfNb are strongly 
dependent on the specific concentration of oxygen. Addition of more 
than 3.0 at% oxygen leads to deterioration of the mechanical properties, 
although oxides are still not formed.

To reveal the underlying mechanism of this anomalous interstitial 
solid-solution strengthening effect associated with oxygen in this 
material, we studied the underlying nanostructures in detail down to 
the atomic scale. Figure 2a shows the synchrotron high-energy X-ray 
diffraction (XRD) patterns of the base HEA as well as for the two alloy 
variants O-2 and N-2 HEAs, revealing that addition of either oxy-
gen or nitrogen atoms into the base HEA has not changed its single- 
phase body-centred cubic (b.c.c.) structure. This observation is also 
confirmed by electron back-scattering diffraction mapping. The 
average grain size is similar for all three alloys (Fig. 2b), that is, the 
changes in mechanical behaviour are not due to the Hall–Petch or size 
effects. Figure 2c shows an aberration-corrected scanning transmission 
electron microscope high-angle annular dark field (STEM-HAADF) 
micrograph of the O-2 HEA with the incident electron beam aligned 
along the [011]b.c.c. zone axis of the grain selected. The Z-contrast image 
(where Z is the atomic number) is highly sensitive to local variations 
in the atomic number of the constituent elements24, that is, light atoms 
exhibit dark contrast, whereas heavy atoms are imaged bright. The 
Z-contrast of the STEM-HAADF image reveals the existence of regions 
enriched in light atoms (that is, (Ti, Zr)-rich) and regions enriched in 
heavy atoms (that is, (Nb, Hf)-rich), highlighted by red and yellow 
squares, respectively, in Fig. 2d. This observation reveals the formation 
of compositionally short-range-ordered zones of metallic elements in 
the O-2 HEA. Similar zones also appear in the STEM images of the base 
and the N-2 HEAs (see Extended Data Fig. 1), confirming that such 
chemical short-range ordering among the metallic matrix elements is 
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In summary, the current findings not only show how the strength–
ductility trade-off can be successfully overcome for a class of HEAs, but 
also we elucidate a completely new type of strain-hardening mechanism 
based on ordered interstitial complexes. This effect enables an excellent 
balance between dislocation pinning, multiplication and substructure 
homogenization, and thereby leads to a high strain-hardening reserve 
and an increase in both strength and ductility. The current TiZrHfNb 
material in its current alloy design stage is not yet suitable for immedi-
ate utilization in high-temperature applications because of oxidation 
problems. Alloying with antioxidant elements, such as Al, Si and Cr, 
could improve the oxidation resistance of these HEAs, as has been suc-
cessfully demonstrated in other types of HEAs32.We suggest that this 
type of ordered interstitial complex strengthening mechanism is also 
applicable to a wide range of other alloy classes.

Online content
Any methods, additional references, Nature Research reporting summaries, source 
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METHODS
Material preparation. HEAs have desirable properties compared to traditional 
alloys with one major component33–36. Among them, HEAs consisting of metallic 
elements with very high melting points (>1,900 K) have attracted considerable 
attention owing to features such as good softening resistance at elevated temper-
atures and slow diffusion kinetics37–39. Here, alloy ingots with a nominal compo-
sition of TiZrHfNb, (TiZrHfNb)98O2 and (TiZrHfNb)98N2 (at%) were prepared 
by arc-melting a mixture of pure metals (purity >99.9 wt%), TiN (99.9 wt%) 
and TiO2 (99.9 wt%) in a Ti-gettered high-purity argon atmosphere. The ingots 
were remelted at least eight times to ensure chemical homogeneity. Melted alloys 
were eventually drop-cast into a water-cooled copper mould with dimensions of 
10 mm × 10 mm × 60 mm.
XRD. Synchrotron XRD patterns were obtained from each of the alloys at the 
Advanced Photon Source at Argonne National Laboratory, USA. Two-dimensional 
diffraction patterns were collected in transmission geometry using a PerkinElmer 
α-Si flat-panel large-area detector at the 11-ID-C beam line. The wavelength of 
the X-ray was about 0.117418 Å, and the beam size was 500 × 500 µm2. One-
dimensional XRD patterns were obtained by integrating the two-dimensional 
patterns with Fit 2d software (http://www.esrf.eu/computing/scientific/FIT2D/). 
Phase identification of the as-cast alloys and the deformed alloys were also con-
ducted by XRD using Cu Kα radiation (XRD model MXP21VAHF).
SEM. Microstructure and morphology were characterized by a Zeiss Supra 55 
field emission scanning electron microscope equipped with an AZtecHKL  
electron back-scattering diffraction system. The electron back-scattering diffraction  
specimens were initially polished with 2,000-grit SiC paper and subsequently 
electro chemically polished using a 6% perchloric acid + 30% n-butyl alcohol  
+ 64% methyl alcohol solution at a direct voltage of 30 V at room temperature 
(298 K). The tensile samples used for surface morphology observation were also 
electrochemically polished.
Atom probe tomography. Atom probe tomography analyses were carried out 
for the base, O-2 and N-2 HEAs in a Cameca LEAP 3000X HR under ultrahigh 
vacuum of approximately 2.5 × 10−11 torr, at a specimen temperature of 80 K, a 
target evaporation rate of 3 ions for 1,000 pulses on average in high-voltage pulsing 
mode at 15% pulse fraction. Atom probe tomography specimens were prepared by 
focused ion beam milling on a dual-beam FEI Helios 600 using the protocol out-
lined in ref. 40. The CAMECA integrated visualization and analysis software IVAS 
3.6.8 was used for data processing and three-dimensional atomic reconstruction.
Mechanical property measurements. Room-temperature tensile properties were 
evaluated using a CMT4105 universal electronic tensile testing machine with an 
initial strain rate of 2.0 × 10−4 s−1. Dogbone-shaped tensile samples with a cross 
section of 1.0 × 3.0 mm2 and a gauge length of 20 mm were cut using electrical 
discharging. At least 5 samples were tested for each composition. Hardness meas-
urements were conducted using a Vickers hardness tester (430SVD) with a load 
of 5 N for 15 s, and for each specimen, at least 15 indents were measured to obtain 
an average value. Nanoindentation tests were performed using the Nanoindenter 
XP system equipped with a spherical indenter with a radius of 1 µm, and at least 
100 indents were measured to obtain an average value of modulus. The samples 
for hardness measurements and nanoindentation tests were prepared by electro-
chemical polishing.
In situ neutron diffraction measurements. In situ neutron diffraction inves-
tigations upon tensile loading were conducted using a MTS load-frame on the 
VULCAN diffractometer, at the Spallation Neutron Source of Oak Ridge National 
Laboratory. VULCAN is equipped with two detector banks positioned at ±90° 
diffraction angles, which are designated banks 1 and 2, respectively. An incident 
neutron beam of 3 mm high and 3 mm wide, together with a pair of 5 mm radial 
collimators, were used to define the sampling volume during the diffraction exper-
iments. The neutron diffraction data were reduced and then analysed by single 
peak fitting using the VDRIVE program41.
TEM. Microstructure of the as-cast and fractured specimens was character-
ized by high-resolution TEM with a JEM-2010. In situ TEM observations were  
conducted with a JEM-2100 TEM equipped with a tensile loading stage. An aberration- 
corrected FEI Titan G260–300 kV S/TEM was used to analyse the atomic structure 
and morphology of the 8% pre-strained samples. The TEM specimens were first 
mechanically ground to 50 µm thickness and then twin-jet electropolished using 
6% perchloric acid + 30% n-butyl alcohol + 64% methyl alcohol solution.
Internal-friction measurements. Beam-shaped samples with dimensions of  
1 mm × 2 mm × (35–55) mm were used for damping-capacity measurement on a 
multifunctional internal-friction device (MFP-1000 at the Institute of Solid State 
Physics, Chinese Academy of Sciences) at low frequencies of 0.5 Hz, 1.0 Hz, 2.0 Hz 
and 4.0 Hz over a temperature range from 300 K to 1,000 K under continuous heating  
in vacuum. All samples were polished using a 2,000-grit SiC paper to eliminate 
surface scratches. A heating rate of 2 K min−1 and a forced vibration with a strain 
amplitude of 2 × 10−5 were applied for the damping measurements. Damping data 
were collected using a fully automated system that measured the angular velocity of 

the pendulum around the equilibrium position42. The background was subtracted 
according to the following equation

= +




− 




−Q A B
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kT
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where −Qb
1 is the energy dissipation coefficient of the background, and A, B and C 

are the parameters to be determined after optimization of the χ2 function43.
Theoretical calculations and modelling. The first-principles calculations were 
conducted using the density functional theory (DFT)-based Vienna ab initio sim-
ulation package (VASP)44 using projector augmented waves (PAW)45 and the gen-
eralized gradient approximation of Perdew–Burke–Ernzerhof (GGA-PBE)46 for the 
exchange correlation functional. A 72-atom b.c.c.-like special quasirandom struc-
ture47 supercell was constructed to model the quaternary TiZrHfNb HEA which 
served as the base reference alloy state. To investigate the occupation probability of 
oxygen or nitrogen in the HEA, we placed one interstitial atom of oxygen or nitro-
gen at the octahedral or tetrahedral interstitial sites, respectively, in the supercell and 
calculated the system energy for the case of the oxygen/nitrogen at these different 
interstitial sites. The occupation probability was then estimated by the statistical 
distribution of system energy as shown in Extended Data Fig. 2. Structural relax-
ations and final static calculations were performed to obtain stable structures and 
more accurate energy values using the conjugate gradient method48 and the linear 
tetrahedron method including Blöchl corrections49, respectively. The energy cutoff 
on the wave function is taken as 450 eV, which is 1.3 times higher than the default 
value for all elements in this work. A 2 × 3 × 3 Monkhorst-Pack-ENREF-250 k-point 
mesh was used to sample the Brillouin zone. The energy convergence criterion for 
the electronic self-consistency was chosen as 10−6 eV per atom.
Theoretical calculations of interstitial strengthening. Interstitials in b.c.c. metals 
usually produce a tetragonal distortion of the lattice. The interaction between screw 
dislocations and such tetragonal-distortion centres is substantial, owing to their 
large associated shear strains51. Generally, hardening due to tetragonal distortion 
fields is much larger than that for spherical distortions (for example, substitutional 
solid-solution strengthening). Fleischer treated solid-solution hardening by such 
tetragonal distortion fields as ‘rapid hardening’ and estimated the yield strength 
increment to be:

τ∆ =
∆ /
εG c

3
(2)

1 2

where G is the shear modulus, ∆ε is the difference between the longitudinal and 
transverse strain of the tetragonal distortion source when interstitial atoms occupy 
the interstitial sites in alloys, and c is the atomic concentration of interstitial atoms 
creating such defects. Herein we use the change of hardness ∆Hν to quantify the 
effect of solid-solution strengthening52, rendering equation (2) thus:
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∆
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v

3 2
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where 33/2 is a conversion factor between shear stress and hardness. The Young’s 
modulus of the base HEA is 110.2 ± 7.9 GPa, obtained from nanoindentation meas-
urements and the shear modulus was calculated to be 42.4 GPa. Based on these 
parameters, the calculated values of the tetragonal distortion ∆ε for the O-2 and 
N-2 HEAs are 0.10 and 0.14, respectively. These values are comparable to those of 
other tetragonal lattice distortions at room temperature53, indicating that the hard-
ening mechanism in the current alloys is indeed of interstitial nature. The larger 
atomic size of nitrogen (atomic radius of 0.75 Å) compared to that of oxygen (0.65 Å)  
causes a higher asymmetry of the tetragonal distortions, thus leading to a larger 
∆ε value and hence more pronounced interstitial strengthening. Via extrapolation 
from the synchrotron XRD data, the lattice parameter of the base, O-2 and N-2 
HEAs was estimated to be 3.4308 Å, 3.4331 Å and 3.4347 Å, respectively, which 
confirms that the lattice distortion associated with adding nitrogen is indeed larger 
than that introduced when adding oxygen (Extended Data Fig. 10). As expected by 
conventional interstitial strengthening theory54–62, the interstitial strengthening 
always suffers from the strength–ductility trade-off (that the increase in strength 
leads to decreasing ductility). Nevertheless, addition of oxygen in the current b.c.c. 
HEA successfully reverses the strength–ductility trade-off.

Data availability
The data that support the findings of this study are available from the correspond-
ing authors on reasonable request.
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Extended Data Fig. 1 | Aberration-corrected STEM of the as-cast 
HEAs. Shown are the HAADF-STEM images for the [011]b.c.c. crystal 
axis with differently adjusted contrasts to show the existence of chemical 
short-range ordering, and the corresponding STEM-ABF images, for the 
equiatomic TiZrHfNb high-entropy base alloy (a–c) and for N-2 HEA 

(that is, (TiZrHfNb)98N2) (d–f). The red panel represents the Zr/Ti-
rich region, while the yellow panel indicates the Hf/Nb-rich region. No 
ordered interstitial occupation is observed in these two HEAs. Red squares 
represent the Zr/Ti-rich region and yellow squares indicate the Hf/Nb-rich 
region.
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Extended Data Fig. 2 | Occupation possibility analysis of interstitial 
oxygen/nitrogen from first-principles calculations. a, Statistical 
distribution of system energy for the case of oxygen/nitrogen at different 
interstitial sites in the TiZrHfNb HEA. b, Comparison of average free 
energy for the systems with oxygen/nitrogen atoms at octahedral and 
tetrahedral interstitial sites. It can be seen that the octahedral interstitial 

oxygen/nitrogen has a free energy nearly identical to that of the tetrahedral 
interstitial oxygen/nitrogen, indicating that the likelihood of oxygen/
nitrogen atoms occupying the tetrahedral or octahedral interstitial sites in 
the b.c.c. lattice is similar. The error bars represent the standard error of 
the mean.
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Extended Data Fig. 3 | Three-dimensional reconstruction of the 
O-2 HEA atom probe tomography dataset. a, b, Randomized (a) 
and experimental (b) datasets on which an iso-composition surface 
encompassing regions in the point cloud containing more than 3.0 at% O 
was superimposed. The experimental dataset clearly shows evidence for 
OOCs.
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Extended Data Fig. 4 | Internal-friction measurements. Internal-friction 
results obtained for the O-2 (that is, (TiZrHfNb)98O2) and N-2 (that is, 
(TiZrHfNb)98N2) HEAs. Metals containing solute atoms in interstitial 
solution show Snoek relaxation behaviour owing to stress-induced 
ordering43, which gives rise to a peak in the corresponding internal-
friction spectrum (that is, the Snoek peak)63, and different internal-
friction peaks correspond to different types of local atomic environments 

of the interstitials. Tan Delta represents the damping capacity. a, For the 
oxygen-doped alloy (TiZrHfNb)98O2 two peaks are observed: a dominant 
high-temperature peak and an additional low-temperature peak. b, For 
the nitrogen-doped alloy (TiZrHfNb)98N2 only the main peak is observed. 
This observation suggests that addition of oxygen to the TiZrHfNb HEA 
induces formation of two different types of interstitial atomic structures, 
unlike in the N-2 HEA, where only a single solid-solution peak appears.
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Extended Data Fig. 5 | X-ray and in situ neutron diffraction 
measurements. a, XRD patterns of the TiZrHfNb base alloy, O-2 HEA 
(that is, (TiZrHfNb)98O2) and N-2 HEA (that is, (TiZrHfNb)98N2) with 
different pre-tensioned strains. b–d, In situ neutron diffraction patterns 

of the three alloys. d is the interplanar distance. Both ex situ XRD and 
in situ neutron diffraction measurements confirm that there is no phase 
transformation in the three HEAs during deformation.
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Extended Data Fig. 6 | Transmission electron microscopy. a–c, TEM 
images of the as-cast equiatomic TiZrHfNb base alloy, O-2 HEA (that 
is, (TiZrHfNb)98O2) and N-2 HEA (that is, (TiZrHfNb)98N2). d–f, TEM 
images of the fractured HEA specimens. The TEM results further confirm 

that no second phase appears before and after the tensile tests. The inset in 
each figure is the corresponding electron diffraction pattern of the selected 
area.
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Extended Data Fig. 7 | Dislocation configuration. a, For the equiatomic 
TiZrHfNb base alloy, at low tensile strain (2.5% strain), dislocations in 
linear arrays are observed. As the strain increases to 8%, planar slip bands 
and individual dislocation-rich sheets are formed. After fracture, although 
irregular dislocation cells can be seen, there exist several microbands, 
indicating that planar slip is still the dominant deformation mode. b, For 
the oxygen-doped alloy variant O-2 HEA (that is, (TiZrHfNb)98O2) at 
2.5% strain, however, the dislocations are arranged in bundles and loops. 
At 8% strain, dislocation walls are formed. For the dislocation substructure 
after fracture, dipolar walls that mainly contain primary dislocation 
dipoles at a high density are observed, suggesting a typical cell-forming 

deformation microstructure in the O-2 HEA. c, For the nitrogen-doped 
alloy N-2 HEA (that is, (TiZrHfNb)98N2), the deformation mode is similar 
to that of the base alloy. In addition, slip traces at each specimen surface 
during deformation are also observed. Even at a low strain (2.5% strain), 
wavy slip lines are clearly seen in the oxygen doped variant O-2 HEA, 
whereas in the TiZrHfNb base alloy, even at high strain (8%), straight 
slip lines prevail and wavy slip lines only occur upon necking. Moreover, 
premature and much more serious necking occurs in the TiZrHfNb base 
alloy. It is worth mentioning here that intergranular fracture is observed in 
the nitrogen-doped variant N-2 HEA, which is probably caused by grain 
boundary segregation of nitrogen.
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Extended Data Fig. 8 | Pinning effect. Aberration-corrected STEM 
observation of O-2 HEA (that is, (TiZrHfNb)98O2) after being pre-
strained to 8%. B is the beam direction. The red arrows indicate the 
distinct dislocation pinning effect, which suppresses dislocation motion 
substantially during deformation.
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Extended Data Fig. 9 | Schematic diagram illustrating the plastic deformation mechanism in the oxygen-rich alloy variant O-2 HEA.
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Extended Data Fig. 10 | Lattice parameter calculation. a–c, Plot of 

measured values of the lattice parameter versus +
ϑ

ϑ ϑ( )cos

2

1

sin

12
 for 

TiZrHfNb, (TiZrHfNb)98O2 and (TiZrHfNb)98N2 alloys. The position of 
each peak was measured on the diffractogram from which the lattice 
parameter was calculated. The measured lattice parameters were plotted 

versus +
ϑ

ϑ ϑ( )cos

2

1

sin

12
, where ϑ is the Bragg angle for each peak and the 

resulting graph extrapolated to zero to obtain the best value of the lattice 
parameter64. d, The calculated lattice parameters of the three alloys.
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