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Abstract

Ferrous shape memory alloys (SMAs) are often thought to become a new, important group of SMAs. The shape memory effect in these alloys is
based on the reversible, stress-induced martensitic transformation of austenite to € martensite. The identification and quantification of € martensite
is crucial when evaluating the shape memory behaviour of this material.

Previous work displayed that promising results were obtained when studying the evolution of the amount of € martensite after different
processing steps with Electron BackScatter Diffraction (EBSD). The present work will discuss in detail, on the one hand, the challenges and
opportunities arising during the identification of € martensite by means of EBSD and, on the other hand, the possible interpretations that might be
given to these findings. It will be illustrated that although the specific nature of the austenite to € martensite transformation can still cause some

points of discussion, EBSD has a high potential for identifying & martensite.

© 2008 Elsevier Ltd. All rights reserved.
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1. Introduction

The shape memory effect of iron based shape memory alloys
(SMAs) is based on the reversible, stress-induced martensitic
transformation of the austenitic phase (fcc) to € martensite
(hcp). During this transformation, the ABCABC stacking
sequence of the {1 1 1} planes, typical for a fcc crystal lattice,
changes into an ABAB stacking, which is typical for a hcp
lattice. The thin € martensite plates that result from this
transformation reveal specific crystallographic relationships
relative to each other. This is due to the fact that during the
transformation isolated a/6 (1 12) Shockley partial disloca-
tions glide on every second {111}, plane. There are three
possible (1 12) shear directions on each {111}, plane and
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four equivalent {11 1}, planes. Consequently, the austenite
can result in four different € martensite variants.

Ferrous SMAs based on the Fe—-Mn alloy system are often
considered to become a new class of SMAs of great technical
importance, but the large hysteresis and a poor shape recovery
in the Fe—Mn binary system still remain a drawback. Specific
alloying additions of Si, Cr, Co, Ni and C were aimed to solve
these problems. The shape memory effect in a single crystal of a
Fe-30%Mn-1%S:i alloy was first reported by Sato et al. (1982).
Sato et al. (1986) and Murakami et al. (1986) also succeeded in
developing polycrystalline FeMnSi SMAs. Moriya et al. (1991)
and Otsuka et al. (1990) developed FeCrNiMnSi and
FeCrNiMnSiCo SMAs. More recently, the effect of carbon
on the shape memory mechanism in FeMnSiCrNi SMAs was
studied by several authors (Van Caenegem et al., 2007; Wen
et al., 2004; Bliznuk et al., 2004).

The identification and quantification of € martensite is of
crucial importance in order to evaluate the shape memory
behaviour of an iron based SMA. So far, several attempts
have been made in order to identify the & martensite or to
obtain a reliable measurement of the fraction of € martensite,
but the results of these attempts were often not satisfactory.


mailto:kim.verbeken@UGent.be
http://dx.doi.org/10.1016/j.micron.2007.12.012

152 K. Verbeken et al./Micron 40 (2009) 151-156

Most work was done by XRD (Ariapour et al., 1999; Jiang
et al., 1996; Nakatsu et al., 1993; Tatar, 2006; Sawaguchi et al.,
2006; Huang et al., 2008; Wen et al., 2007; Lin et al., 2006),
but also Mossbauer spectroscopy (Jee et al., 2004), AFM
(Sawaguchi et al., 2006) and dilatometry (Tomota, 1991)
were used.

Previous work (Verbeken et al., 2008) showed an evaluation
of the different amounts of € martensite in a Fe-based SMA
after different processing steps. This evaluation was performed
by means of Electron BackScatter Diffraction (EBSD), making
use of the automated version, known as orientation imaging
microscopy (TSL-OIM®™). Comparison was made between the
obtained results and volume fractions measured by XRD.
Although the results were considered to be very promising, the
present work discusses in detail the challenges and opportu-
nities that arise during the identification of € martensite by
means of EBSD and which are the possible interpretations that
might be given to these findings.

2. Materials and methods

A FeMnSiCrNi SMA (0.05 m% C, 16.2 m% Mn, 6.4 m% Si,
9.5 m% Cr, 5.4 m% Ni) was cast in an air furnace, air cooled,
reheated to 1200 °C and hot rolled on a laboratory mill from
20 mm to 2 mm and air cooled. After hot rolling, the alloy was
isothermally annealed at 1100 °C for 15 min and water
quenched to room temperature.

Samples for light optical microscopy (LOM) were first
mechanically polished and then electropolished by means of a
LectroPol-5 set-up. The electrolyte was a solution of 20%
perchloric acid and 80% butylcellosolve. The electrolytical
polishing is necessary to eliminate the € martensite possibly
formed on the surface during the mechanical polishing.

Thin foil TEM analysis was carried out on a Philips EM420,
operated at 120 kV. Samples were prepared by electrolytical
polishing with a solution of 95% CH3;COOH + 5% HCIlO, at a
temperature of 12.5 °C and a voltage of 50 V.

X-ray diffraction (XRD) was also used to determine the
different phases and their volume fraction. The measurements
were done using a Siemens D5000 diffractometer with Mo
radiation (Apg, = 0.071 nm). Volume fractions were determined
using the formulas proposed by Cullity (1978) and by fitting the
peaks in the 26y, range of 18-29°, which mainly consists of the
{111}, {200}, and {10 1}, peaks.

EBSD-scans were performed with a FEI XL30 ESEM
microscope equipped with a LaBg filament. The samples were
prepared by standard metallographic procedures. A statistically
relevant area was scanned using a step size of 0.75 pm. The raw
data were post-processed in detail by making use of the TSL-
OIM Analysis Software (2005). Each measurement point is
characterized by its crystallographic orientation, a confidence
index (CI) and an image quality (IQ).

The IQ describes the quality of the electron backscatter
diffraction pattern. For the indexing of this pattern, a Hough
transform (TSL Data Collection, 2005) is applied. This method
has resulted in the definition of the IQ parameter as the sum of
the detected peaks in the Hough transform (Kunze et al., 1993)

and consequently, the Image Quality provides information on
the pattern sharpness.

The CI is a measure for the reliability of the indexing of the
diffraction pattern. For a given diffraction pattern several
possible orientations may be found which satisfy the diffraction
bands detected by the image analysis routines. The software
ranks these orientations (or solutions) using a voting scheme.
The confidence index is based on the voting scheme and is
given as CIl= (V] — V,)/Vipgar Where V; and V, are the
number of votes for the first and second solutions and Vipgay. is
the total number of number of Kikuchi bands triplets available
(Field, 1997). A CI = 0 indicates a reliability of nearly 50% for
correct indexing (Field, 1997). Points with a confidence index
of less than 0.1 were not included when studying the obtained
results.

3. Results and discussion

The light optical microstructural analysis of the material
studied revealed the presence of large austenite grains and large
coherent twins (TB) as sharp parallel lines with dark contrast
within the austenite, as illustrated in Fig. 1. Thin lines are
visible in different directions in most of the austenite grains.
These lines can possibly be identified as stacking faults or as ¢
martensite plates. Other measurement techniques are needed to
exclude one of them, which indicates immediately the
limitations of optical microscopy for the identification of €
martensite. Moreover, as previous work for TWIP (Twinning
Induced Plasticity) steels (Bracke et al., submitted for
publication) illustrated nicely, it was also impossible to
accurately identify micro-twins in TWIP steels with LOM,
because it appeared to be unfeasible to distinguish between
areas containing micro-twins and those that did not. In TWIP
steels, different grains, observed with LOM, looked as if they
had deformed by twinning, but local studies by EBSD of the
misorientations in these areas later on showed that this was not
the case.

Fig. 1. LOM microstructure of the SMA studied, hot rolled, air cooled,
annealed at 1100 °C during 15 min and water quenched to room temperature,
showing coherent twins with indicated twin boundaries (TB) and thin plates
(TP) with different ¢ variants identified.
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Fig. 2. (a) Bright field TEM image of a zone with € martensite; (b) same area in dark field.

The present material was also studied by X-ray Bragg
diffraction measurements, which revealed, after fitting, the
presence of 3% of € martensite. However, the use of such a fitting
procedure for quantification raises some questions. At first, in
literature, the inaccuracy of the XRD technique for small volume
fractions of € martensite is mentioned and it is stated that at least
5% of € martensite is necessary to reveal this phase with XRD
(Ariapour et al., 1999), while other sources (Stanford et al., 2007)
mention the lack of € peaks in a XRD diffractogram of a sample
that is estimated to contain 3% of € martensite. Secondly, a
pronounced crystallographic texture will influence the height of
the peaks. This disadvantage is believed to have an impact when
studying samples with stress-induced € martensite rather than for
thermal € martensite. This is because of the fact that there are
three possible (1 12) shear directions on every {1 1 1}, plane.
The thermally induced € martensite consists of three laminated
variants with different shear directions in order to minimize the
total shape strain of the transformed region. The stress-induced €
transformation is accomplished by the selective motion of a
single type of Shockley partial dislocation being most favourable
to the direction of the applied stress. Therefore, the stress-
induced € band consists of a single variant. This results in a
textured stress-induced martensite. Consequently, it can be stated
that XRD rather gives a qualitative idea on the amount of €
martensite.

Another complicating factor when studying the presence of €
martensite in Fe-based alloys is the specific nature of the ¢
martensite. In a material, the ¢ containing areas appear as a
lamellar structure consisting of a mixture of € and y phases.
Concerning the growth mechanism of stress-induced € marten-
site, Kikuchi et al. (1995) proposed that thin martensite plates are
first formed rather uniformly through the grain and, in the further
stage of transformation; some other thin plates nucleate and grow
close to the first ones. This mechanism leads to a band structure
containing some residual austenite between individual thin
martensite plates. The thickness increase of the band does not
result from a lateral growth of the martensite plates but from
nucleation of some new plates close to the existing ones.

In order to illustrate the features of € martensite, TEM was
performed on a slightly deformed sample of the alloy studied in

this work. The deformation increased the amount of ¢
martensite present and consequently made it easier to retrieve
the € martensite from the sample. In order to identify the €
martensite reflections, dark field TEM micrographs were taken,
by setting these reflections at the exact Bragg-condition. Fig. 2
shows on the right the dark field image. The thin plate €
martensite plates light up in the dark field image and correspond

Fig. 3. Combined phase and IQ map for the material studied. The different
phases each have their own color (y: yellow, a: red, &: green). The grey values
give an indication of the IQ-factor; darker grey corresponds with a lower 1Q.
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to the black thin lines in the bright field image, nicely
illustrating the appearance of a mixture of € and -y phases. Fig. 2
shows that an identification of € martensite by TEM is perfectly
possible, but this technique does not allow to study a larger
amount of material in an efficient manner and is therefore not
suitable for quantification.

In previous work (Verbeken et al., 2008), the possibilities of
EBSD to identify € martensite in a Fe-based SMA were indicated.
Fig. 3 shows a combined phase + IQ map of the present alloy. In
this figure, the three phases have a specific colour, while the grey
values give an indication for the IQ. Numerous small grains were
identified as ferrite (red). The larger grains are austenitic (yellow)
with clear twin boundaries present in several grains. Inside quite
a few austenitic grains, different areas were identified as €
martensite (green). It should also be noticed that within the
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austenite grains regions with a considerably lower IQ-factor are
present, although these zones are identified as austenite.
Taking into account the features of the & martensite
formation, the spatial resolution of the electron microscope
used was insufficient to reveal separate € laths. This resolution
is estimated to be about 0.1-0.2 wm and it was tried to optimize
this resolution by decreasing the spot size during the
measurements performed. Although because of the specific
nature of the y — ¢ transformation it remains impossible to
resolve the different € lamellae, it was shown that a correct
indexing of the € martensite is perfectly possible, as illustrated
in Fig. 4(a). This figure shows an indexed € martensite pattern
(CI=0.804) for which neither y (CI=0.004) nor o
(CI=0.018) appeared to be an alternative. Previous work
(Verbeken et al., 2008) also showed that the four € variants

PHI = 29.1° phi2 = 38.0°

Fig. 4. (a) Example of a diffraction pattern of € martensite, illustrating the possibility to obtain an indexing with a high CI; (b) example of a diffraction pattern with
clear band contrast which was indexed with CI =0 because of ‘dual’ identification; (c) indexing of the diffraction pattern as &€ martensite; (d) indexing of the

diffraction pattern as austenite.
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could be identified in a single austenite grain. However, the
presence of a diffraction pattern with a good band contrast (cf.
Fig. 4(b)) not always guaranteed a good indexing. As is
illustrated in this figure, two ‘reliable’ indexings were possible
for this diffraction pattern, both with the same CI: i.e. an
indexing as € martensite (cf. Fig. 4(c), CI =0.167) and one as
austenite (cf. Fig. 4(d), CI = 0.167). During an automatic OIM
measurement, such a point results in a point with CI =0 in the
raw data file, since the reliability of the indexing will be 50%.
This point is then omitted from further analysis of the data
despite the clear diffraction pattern.

It could be aimed for to upgrade this data point in order to be
able to include it into further analysis. As was pointed out by
Nowell and Wright (2005), one of the variables in indexing
EBSD patterns is the number of bands to be detected. In case of a
too small amount of bands, it may become more difficult to
determine a unique solution; a too high amount of bands can
increase the difficulties for band detection algorithms to find
bands in the diffraction pattern. Since both solutions of the
diffraction pattern shown have some bands in common, due to the
well-known orientation relationship between austenite and ¢
martensite, a thorough investigation of the collected pattern will
be necessary in order to find an efficient indexing routine to
determine the unique solution. Another way to be sure of a
correct indexing of the pattern shown might be to apply a post-
processing algorithm as the one defined by Nowell and Wright
(2005). If the orientation difference between a low CI point and
one of its high CI neighbours is within a certain tolerance angle,
the indexing solution for the low CI point can be considered to be
the correct one. Although this procedure will certainly improve
the statistics of the measurement, it could not be applied on the

specific pattern shown in Fig. 4 because this pattern was collected
during the start-up stage of the actual measurement.

The present results could be related to the specific
appearance of € martensite in the material (cf. Fig. 2). Every
point that is measured during an EBSD measurement generates
a diffraction pattern that contains information that arises from
the diffracting volume. It might be reasonable to think that this
volume consists for quite a few data points of a mixture of ¢
martensite and austenite. Consequently, it can be suggested that
the high quality indexing in Fig. 4(a) is related with a high
amount of € martensite in the corresponding diffracting volume,
whereas in the case of Fig. 4(b—d) the diffracting volume would
contain similar amounts of both phases.

Another feature that is observed during EBSD measure-
ments of Fe-based SMAs is the significantly lower IQ-factor of
the regions that are identified as € martensite. This feature can
be attributed to the presence of residual austenite in between the
¢ laths, which will influence the quality of the diffraction
pattern negatively, but will nevertheless not make a correct
indexing impossible (cf. Fig. 4(a)). Besides that several regions
that are identified as austenite also have a lower IQ, as was
demonstrated in Fig. 3. So far, it remains unclear what the exact
explanation of this finding might be. One possible reason might
be the presence of stacking faults in the austenite, which are
considered in literature as embryos for € martensite. Since they
cause a distortion in the crystal lattice and consequently in the
diffraction pattern, they lower the IQ-factor. Another reason
might be that volume changes, caused by the y—¢
transformation locally influence the 1Q-factor. Future work,
including high resolution SEM and TEM should provide more
information on a possible interpretation.

Fig. 5. Results of the recalculation of the results shown in Fig. 3 allowing only one phase to be possible. Black points have a CI < 0.2. (a) Austenite; (b) ferrite; (c) €

martensite.
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In order to try to clarify the lower IQ-factor and to study the
effect of the dual indexing (cf. Fig. 4), the data of the
measurement presented in Fig. 3 were used for recalculations.
This was done by loading the corresponding data file, which
included the Hough peaks (TSL Data Collection, 2005), into the
data collection software and to analyse them again under the
assumption that only one phase was present, namely either
austenite or ferrite or € martensite. In the present case, this
resulted in three files from which the Inverse Pole Figure maps
are shown for austenite (Fig. 5(a)), ferrite (Fig. 5(b)) and ¢
martensite (Fig. 5(c)), respectively. In this figure, data points with
a CI < 0.2 are shown in black. It can be seen clearly from these
figures that the sum of the three parts is more than 100% and that
there are some austenitic grains which appear to be indexed
completely as austenite in Fig. 5(a), also contain several data
points that can reliably be indexed as € martensite as shown in
Fig. 5(c). When comparing these results with those in Fig. 3, it is
seen that in the global picture in Fig. 3, these grains are identified
as austenite, mostly even without a trace of € martensite. The
results shown in Fig. 5(c), however, clearly indicate the presence
of € martensite in these grains. Moreover, these grains also
appeared to have a high 1Q-factor. Furthermore, when looking at
the austenitic grains with a low IQ-factor (cf. Fig. 3); this lower
1Q-factor did not result in the appearance of a significant amount
of & martensite in these regions in Fig. 5(c). This observation
favours the suggestion that the lower IQ-factor is due to the
volume changes accompanied with the € formation.

Although the present results show that EBSD has a high
potential in analysing a reasonably large area for the presence
of € martensite, the specific nature of the £ martensite causes
different difficulties to the analysing software and consequently
in the interpretation of the results. Further research of the
results shown in the present work is necessary in order to
understand how the ‘dual’ identification will affect the
correctness of the quantification of the € martensite by means
of EBSD and will give a clue on the overall correctness of
previously obtained results (Verbeken et al., 2008) and on what
interpretation can be given at the locally lower 1Q-factor.

4. Conclusions

The identification of ¢ martensite is of crucial importance
during the investigation of the shape memory behaviour of an
iron based SMA. In the present work, the presence of € martensite
in a FeMnSiCrNi shape memory alloy was studied by means of
Electron BackScatter Diffraction. Despite the specific nature of
the y — ¢ transformation, EBSD has a high potential for
identifying € martensite, although this specific nature also causes
some points of discussion to remain unanswered for the moment.
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