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Abstract

Pearlitic steel can exhibit tensile strengths higher than 5 GPa after severe plastic deformation, where the deformation promotes a
refinement of the lamellar structure and cementite decomposition. However, a convincing correlation between deformation and cement-
ite decomposition in pearlite is still absent. In the present work, a local electrode atom probe was used to characterize the microstructural
evolution of pearlitic steel, cold-drawn with progressive strains up to 5.4. Transmission electron microscopy was also employed to per-
form complementary analyses of the microstructure. Both methods yielded consistent results. The overall carbon content in the detected
volumes as well as the carbon concentrations in ferrite and cementite were measured by atom probe. In addition, the thickness of the
cementite filaments was determined. In ferrite, we found a correlation of carbon concentration with the strain, and in cementite, we
found a correlation of carbon concentration with the lamella thickness. Direct evidence for the formation of cell/subgrain boundaries
in ferrite and segregation of carbon atoms at these defects was found. Based on these findings, the mechanisms of cementite decompo-

sition are discussed in terms of carbon-dislocation interaction.

© 2011 Acta Materialia Inc. Published by Elsevier Ltd. All rights reserved.
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1. Introduction

Pearlitic steel subjected to a severe plastic deformation
(SPD) process such as heavy cold-drawing can exhibit ten-
sile strengths higher than 5 GPa [1] and is therefore the
strongest structural bulk alloy known. Despite its great
potential for engineering applications (e.g. as suspension
bridge cables, tire cords, springs and wires), the correlation
between the enormous strength of pearlite and its micro-
structural evolution during SPD is still a matter of debate.
While the tensile strength can be measured with standard
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equipment, an understanding of the microstructural evolu-
tion is often limited by the resolution of the microscopic
technique used, as the mechanisms involved are often of
an atomic-scale nature. A typical microstructural change,
frequently observed with transmission electron microscopy
(TEM), is the refinement of the lamellar structure down to
several nanometers upon straining [2-7]. This led to the
proposal that the strength and the lamellar spacing follows
a Hall-Petch relation [2,8]. In addition to the formation of
the nanoscaled filaments, a concurrent decomposition of
cementite was observed by performing Mossbauer spec-
troscopy [9], field ion microscopy (FIM) [3,4,10-14] and
atom probe tomography (APT) [3,4,6,7,15-17]. Combined
internal friction [18] and Mossbauer [19,20] experiments
suggested that 20-50 vol.% of the cementite phase decom-
poses during deformation at room temperature. Such a
decomposition process is reported to increase the average
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carbon concentration in ferrite far above the equilibrium
concentration and to invoke an additional strengthening
mechanism due to mechanical alloying (with the assump-
tion that the dissolved carbon atoms are homogeneously
distributed in the ferrite). However, since the first report
on the decomposition of cementite in the 1960s [21], both
the exact mechanism of the decomposition process and
the location of the dissolved carbon atoms in ferrite are still
a subject of controversy.

As reviewed by Gavriljuk [22,23], there are generally
two interpretations of cementite decomposition. Gridnev
et al. [19,22] proposed that cementite decomposition is
due to the much higher binding energy between carbon
interstitials and ferrite dislocations (0.75 eV [24]) as com-
pared to the binding energy of carbon atoms in the
cementite lattice (0.40-0.42 eV [25,26]). Thus, ferrite dislo-
cations near the interface with cementite drag carbon
atoms out of the cementite into the ferrite, forming a
Cottrell atmosphere. On the other hand, Languillaume
et al. [27] suggested that the increase in free energy,
caused by the geometrical thinning of cementite lamellae
and the creation of slip steps during wire drawing, desta-
bilizes cementite and promotes its decomposition. A sim-
ilar thermodynamic model, based on the Gibbs—Thomson
effect and a diffusion-controlled dissolution process, was
proposed in Ref. [16].

However, as pointed out by Gavriljuk [23], the models
of cementite decomposition proposed in the literature still
require experimental proof. To date, it has been a great
challenge to tackle this issue due to a lack of appropriate
high-resolution characterization techniques with sufficient
compositional accuracy. APT has been shown to be one
of the most powerful tools for analyzing pearlite
[3,4,6,7,15-17]. In the early stages of atom probe develop-
ment, one-dimensional atom probe (1DAP) has frequently
been used to analyze the carbon concentration in deformed
pearlitic steels. However, IDAP is known to probe a very
limited number of atoms with a small field-of-view due to
a small acceptance angle of the mass spectrometer [28].
In addition, the specimen preparation technique is also cru-
cial for obtaining reliable quantitative atom probe data.
Conventional electropolishing methods normally allow
for the preparation of cementite lamellae parallel but not
normal to the direction of analysis. Thus, the number of
detected cementite lamellae is limited by the field-of-view.
Furthermore, the spatial resolution in the analysis direction
(perpendicular to the lamellar interfaces) is reported to be
low [29] due to the local magnification effect [17,30]. These
problems can be overcome by applying focused ion-beam
(FIB) milling and the lift-out method according to Refs.
[31-33]. A substantial number of cementite lamellae, lying
perpendicular to the direction of high field-of-view analy-
sis, can be probed with enhanced spatial resolution, More-
over, local electrode atom probe allows us to study the
decomposition of cementite more accurately with higher
statistical significance as compared to conventional three-
dimensional atom probes (3DAP) [3,4,6,7,15-17].

In the present work, a local electrode atom probe
(LEAP) is employed to analyze the carbon distribution in
three dimensions. The instrument has several advantages
over conventional atom probes such as larger probed
volumes ( 100 x 100 x 1000 nm®) and a higher detection
sensitivity due to an improved mass resolution (Am/m =
1/1100, full width at half maximum at 27 Da (Da is the
atomic mass unit)). Cold-drawn pearlitic steels with true
strains ranging from 0 (as-patented) to 5.4 were systemati-
cally studied with respect to their carbon distribution.
Clear correlations between the carbon concentration in fer-
rite and the strain as well as between the carbon concentra-
tion in the cementite lamellae and their thickness were
found. There were also strong indications for the formation
of cell/subgrain boundaries in the ferrite and the segrega-
tion of carbon atoms at these defects. Based on these find-
ings, the mechanisms of cementite decomposition are
discussed in terms of solute—dislocation interactions.

2. Experimental

The materials studied in this work are commercial
pearlitic  steel wires with eutectoid composition
(Fe-0.81C-0.49Mn-0.20Si-0.006P-0.008S wt.% and Fe—
3.66C-0.48Mn-0.39Si-0.01P-0.01S at.%) provided by Nip-
pon Steel Corporation. The wires, with an initial diameter of
1.70 mm, were patented with an austenitization treatment at
1223 K for 80 s followed by a pearlitic transformation in a
lead bath at 853 K for 20 s. The patented wires were cold-
drawn (using lubricants) to true strains € of 0 (as-patented),
0.93, 2, 3.47, 5 and 5.4, respectively.

A LEAP (LEAP 3000X HR™, Cameca Instruments) was
employed to analyze the carbon distribution in three dimen-
sions. The measurements were performed in voltage mode at
70 K under an ultra-high vacuum of 8 x 10~° Pa. The total
voltage during probing was in the range of 6.2-7.2 kV. The
pulse fraction was 15%. The pulse repetition rate was
200 kHz at detection rate of 0.005 atom per pulse.

Samples for APT analyses were prepared with the tips
perpendicular to the wire axis using a dual-beam FIB
(FEI Helios NanoLab 600TM) according to the procedure
described in Ref. [29]. Since the friction between the wire
and drawing tools can cause more plastic deformation at
the surface than in the center of a wire, the microstructure
of the wire may be slightly different from the surface to the
center. However, this difference decays with increasing
drawing strain. For instance, at e = 5, the tips taken from
regions 5 and 25 um below the surface show virtually no
difference in terms of the maximum carbon concentration
in cementite [29]. To achieve consistent analyses, all tips
were taken from the surface regions of the wires. During
annular milling about 250 nm of the material was removed
from the surface. Thus, the apex of each tip was located
about 250 nm below the wire surface.

Samples for TEM observations were prepared with a
FIB FEI Nova 600 Nano Lab with electron optics operated
at 5 kV, sample preparation done with 30 kV Ga ions, and
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Fig. 1. (a) Example of mass spectrum of a pearlitic steel wire at ¢ = 5.4. All carbon peaks can be identified and are marked. Peaks for the other main
elements Fe, Mn and Si are given in blue, green and gray, respectively. (b) and (c) Mass spectra of ferrite and cementite, respectively. Note the presence of

the peak of 24.5 Da only in the cementite.

a final finish with 5 kV Ga ions. TEM was performed with
a Philips CM30 operated at an acceleration voltage of
300 kV.

3. Results
3.1. Chemical composition measured by using LEAP

Fig. 1 shows a typical mass spectrum of the cold-drawn
pearlitic steel wire with ¢ =5.4. All the mass-to-charge
peaks of carbon atoms and molecules are identified and
marked. Following a standard assignment method
[3,15,29,34,35], the carbon peaks at mass-to-charge ratios
m/n==6 and 6.5, 12 and 13, 18 and 18.5, 24.5 and 36 Da
can be assigned without ambiguity to C**, C*, C3*,C;"
and Cj, respectively. For the peak at 24 Da, however, there
exists an uncertainty; it could be due to either C; or C;*, or
a mixture of both. In the literature, this peak is generally
assigned as Cj [3,15,29,36].

Taking into account the relative abundance of isotopes
of carbon C, including mainly '>C;" and ('> C}’C)**, Sha
et al. concluded that over 50% of the ions detected at the
peak of 24 Da are in fact Cf’ [35]. Fig. 1a reveals the exis-
tence of the isotope (2C3’ C)2+ at the peak of 24.5 Da.
Thus, there should exist a certain amount of '>C;" ions
at the peak of 24 Da. A further analysis by using a peak
decomposition algorithm (supplied by the software IVAS,
Cameca Instruments) similar to the calculation method of
Sha et al. [35] shows that the contributions of *C; and
12C3* to this peak are 58% and 42%, respectively. It is

worth noting that the ratios of the two types of ions may
differ from one specimen to another, but all values mea-
sured in samples with various drawing strains lie in the
range of 40-60%.

If the chemical compositions of ferrite! (Fig. 1b) and
cementite® (Fig. 1c) are separately determined, namely by
individually cutting each phase out of the entire volume
and evaluating the respective mass spectrum, it is found
that the peak of 24.5 Da is only present in cementite but
not in ferrite. This means that the peak of 24 Da in ferrite
can be exclusively assigned to 1>C; . For cementite, as men-
tioned above, there must exist a contribution of ?C;* to
the peak of 24 Da. This is confirmed by the quantitative
analysis of the peak decomposition algorithm.

Table 1 displays the average chemical compositions
(including both ferrite and cementite) measured by LEAP
and the nominal values of all samples. The total number
of ions detected in each measurement is also given for a sta-
tistical evaluation of accuracy. For the peak of 24 Da the C
ion is alternatively assigned as > C; and 2C;". Both
results are displayed in Table 1. For the as-patented wire
(e = 0) no cementite lamella is detected because of a prema-
ture fracture of the sample tip, as the material is relatively
soft. Thus, the measured values are obtained only from the
ferrite. The measured carbon concentration of 0.05 at.%,
which is far above the solubility of carbon atoms in ferrite

! Defined here as the region with a carbon concentration lower than
3 at.%.
2 The region with a carbon concentration higher than 7 at.%
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Table 1
Comparison between the nominal chemical composition and the values measured by LEAP in the case of assigning the peak of 24 Da to C; and Cﬁﬁ Unit:
at.%.
Element Nominal e=0 e=0.93 e=2.00 e=3.47 e=15.00 e=15.40

cy ct C ct Ccy (o C ct Cc cr Cy cr
C 3.66 0.05 - 2.59 3.19 3.57 4.37 1.98 2.47 2.82 3.55 3.10 3.89
Si 0.39 0.51 - 0.44 0.44 0.43 0.42 0.53 0.53 0.44 0.44 0.48 0.47
Mn 0.48 0.36 - 0.47 0.46 0.47 0.47 0.41 0.41 0.49 0.49 0.23 0.23
Ga 0 0.04 — 0.13 0.13 0.04 0.03 0.31 0.31 0 0 0 0
Total ions 1,980,000 1,300,000 6,800,000 5,100,000 38,000,000 18,900,000

at equilibrium, indicates that the as-patented state is
already in a non-equilibrium condition. This value is in
good agreement with that measured in Ref. [15]. The devi-
ation of the measured carbon contents from the nominal
values for e = 0.93 and 3.47 is due to premature tip failure
and low counting statistics. For larger detected volumes, as
in the cases of e=2, 5 and 5.4, the statistical quality
improves. Consequently, the measured average carbon
concentrations are in good agreement with the nominal
values, in particular, when the weight factors of 12C2+ and
12C" at the peak of 24 Da are taken into account. For
the elements, which are homogeneously distributed in
pearlite, e.g. Si and Mn, the values measured by LEAP
are always close to the nominal ones. The results listed in
Table 1 are strong indications for a correct measurement
of the chemical composition.

3.2. Investigation of lamellar structure of pearlite by TEM
and LEAP

Fig. 2 shows the TEM images of pearlitic wires in the as-
patented as well as cold-drawn states. The ferrite regions
are separated by thin cementite filaments (dark gray).
The dark lines, which cross the ferrite and connect two
neighboring cementite lamellae (Fig. 2b), mark cell or
low-angle grain boundaries of dislocations, as also
reported in Ref. [8]. The high strain contrast in the
deformed microstructures indicates a high density of defor-
mation-related defects.

In Fig. 2a—c, we observe a refinement of the lamellar
structure with increasing drawing strain. The mean ferrite
lamella thickness decreases from about 56 nm for the as-
patented state to about 10 nm for e = 5. The mean cement-
ite lamella thickness decreases from 17 to 2 nm. This can
also be observed in the 3D atom maps of the wires at
e=2 and 5 (Fig. 3). Here, the carbon-enriched (yellow)
and -depleted regions (blue) can be identified as cementite
and ferrite, respectively . The variation in the lamellar spac-
ing, as for example shown in Fig. 2b, has been consistently
reconstructed in the 3D maps (see e.g. Fig. 3 € = 2). Quan-
titatively, both TEM and APT images indicate that the
average interlamellar spacing decreases from an initial
value of 70 nm (as-patented) to 25 nm for e = 2 and further
to about 13 nm for e = 5. Fig. 4 displays atom maps (top
and middle) and the corresponding 1D carbon concentra-
tions profiles (bottom) of the regions taken from Fig. 3.

Clearly, in addition to the refinement of lamellar spacing,
the cementite filaments also become thinner, while the
phase boundaries become blurred.

3.3. Carbon concentration in ferrite and cementite

One-dimensional concentration profiles have been fre-
quently used to quantify the overall carbon concentration
in pearlitic steel wires [3,4,15,29]. As Fig. 4 shows, when
the drawing strain increases from 2 to 5, the carbon con-
centration in cementite decreases to about 10 at.%, far
below the stoichiometric value of 25 at.%. Concomitantly,
the carbon concentration in ferrite rises up to 2 at.%. Both
findings give direct evidence of cementite decomposition.
While the tendency of changing carbon concentrations in
both phases is correct, the extraordinarily high carbon con-
centration of 2 at.% in ferrite is discussed in the following.
As mentioned above, for ferrite the peak of 24 Da exclu-
sively corresponds to '>CJ. For cementite, '>C;" should
also be taken into account. Thus the carbon atoms in fer-
rite and cementite cannot be correctly assigned with an
overall 1D concentration profile consisting of both phases.
Instead, as proposed in our previous work [37], to achieve a
better accuracy in the analysis, one should isolate each
phase from the entire 3D volume separately and perform
an individual analysis. The details of the subcutting
method are reported in Ref. [37].

Fig. 5 shows the carbon concentrations (measured with
the subcutting method) in ferrite as a function of wire
strain. Each data point is obtained from averaging over
3-10 measurements. The values measured in all wires lie
below 0.6 at.% C, which is much smaller than the value
obtained from the 1D concentration profiles (Fig. 4). It
is seen that the solubility of carbon atoms in ferrite is
not a monotonically increasing function of the drawing
strain, but starts to saturate at a certain strain (e > 3.47
in the present work). This observation implies that a sat-
uration of cementite decomposition may also occur at
that strain.

The data found in the literature [13,37] (dash-dotted line
with small open square symbols) shows a similar concen-
tration—strain relation but with a higher carbon saturation
concentration. The higher saturation concentration can be
attributed to the fact that this material contains a higher
overall carbon concentration of 4.40 at.% than the present
material (3.66 at.%).
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Fig. 2. TEM images of wires taken in longitudinal direction for (a) as-
patented state, (b) e =2 and (c) ¢ =5. The arrow marks one of the cell
boundaries.

Fig. 6 displays the carbon concentration in cementite as
a function of the lamellar thickness. The carbon concentra-

tion is measured in the middle of each cementite lamella to
avoid errors due to variations in the local magnification
(the so-called local magnification effect, see [37] for more
details). All samples of different strain share a common fea-
ture: the carbon concentration decreases with decreasing
thickness of the cementite lamellae. For the same cementite
thickness the carbon concentration decreases during fur-
ther straining from e=2-3.47. It should be noted that
the influence of strain is inverse to the thickness. The curves
show a tendency that in those cementite lamellae with suf-
ficient thickness the strain effect may become negligible and
the carbon concentration matches the stoichiometric value
of 25 at.% for Fesc. For € >3.47 the influence of the draw-
ing strain disappears so that the cementite filaments with
the same thickness exhibit the same carbon concentration.
This is consistent with the results observed in Fig. 5 where
the carbon concentration in ferrite saturates at the same
strain.

Evidently, as shown in Figs. 5 and 6, the decomposition
is promoted by plastic deformation but within a limited
strain regime. Above a critical strain, e.g. 3.47 in the pres-
ent case, the decomposition of cementite does not proceed.
This means that the effect of plastic deformation on
cementite decomposition has its limit. In fact, a lamellar
structure still exists in the wire produced at even higher
plastic deformation of e =6.02 [37]. The saturation of
cementite decomposition at high strain has also been con-
firmed by Mo6ssbauer spectroscopy investigations [20,38].

The transport of carbon atoms from cementite into fer-
rite should, in principle, follow the rule of mass balance,
namely the loss of carbon atoms in cementite is compen-
sated by the same amount of atoms in ferrite. This leads
to a direct connection between the changes of carbon con-
centration in both phases. According to the carbon concen-
tration in cementite shown in Fig. 6, we are able to estimate
the corresponding carbon concentration in ferrite on the
basis of the rule of mass balance (see Appendix A for the
detailed estimation procedure). The calculation yields a
concentration in ferrite of 0.55at.% C for e=2 and
1.46 at.% C for €>3.47, which are distinctly larger than
the respective measured values of 0.3 and 0.5 at.% C (see
Fig. 5). However, it should be noted that the data shown
in Fig. 5 are measured only in the selected regions (rela-
tively far from the cementite) with a concentration of less
than 3 at.% C. If the regions of a carbon concentration
between 3 and 7 at.%, which are located near the phase
boundaries, are also considered as ferrite, the average car-
bon concentration in ferrite would increase up to 0.5 at.%
for e =2and 1.3 ~ 1.7 at.% for € > 3.47, respectively, which
are in good agreement with the estimated values, as shown
in Fig. 7. While these regions dramatically enhance the
average carbon concentration in ferrite, they hold volume
fractions of only 5% for e=2 and 15% for ¢ > 3.47,
respectively. This would mean a strongly heterogeneous
distribution of carbon atoms in ferrite so that most carbon
atoms are located near the phase boundary, where most of
dislocations get stored.
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Fig. 3. 3D atom maps of cold-drawn wires for e = 2 (left) containing roughly 6.8 x 10° atoms within a volume of 54 x 52 x 122 nm> and € = 5 (right)
containing 16.2 x 10° atoms within a volume of 81 x 81 x 122 nm>. For clarity only 2% of the iron (blue) and 20% of the carbon (yellow) atoms are

displayed.
3.4. Segregation of carbon atoms in ferrite

Fig. 8a shows a 3D map of carbon atoms for a wire at
€ =0.93. A region of interest (ROI) (marked by the pink
box) is selected from the ferrite for a closer investigation.
As can be seen from Fig. 8b, the distribution of carbon
atoms is not homogeneous. The carbon atoms are mainly
located in a curved region, while the rest of the selected
ROI is virtually free of carbon atoms. Fig. 8c displays
the 3D map for Si and Mn atoms in the ROI, where both
elements are distributed relatively homogeneously. The
latter observation has been reported previously [3,29].
This result is also confirmed by the nearest-neighbor dis-
tance distributions for Si and Mn atoms (Fig. 8e). For
carbon atoms, as shown in Fig. 8d, the measured data
(solid line) deviates from the randomized distribution
(dotted line), indicating their inhomogeneous distribution
in the ROL.

Fig. 9 shows another sample observed in the wire pro-
duced with ¢ = 2. One can recognize two carbon-enriched
zones in the ferrite (marked B1 and B2), which reach from
one cementite lamella to the neighboring one (see top fig-
ure). The 3D carbon atom map of the ROI shown in
Fig. 10 (front view) highlights a strip intersecting with zone
B2 at the top of Fig 9. We interpret the carbon enrichment
in the two-dimensional zones B1 and B2 as cell or low-
angle grain boundaries, as confirmed by TEM observations
[8,14] . Most carbon atoms are segregated at the boundary
(see Fig. 10a and c). In contrast, Mn and Si atoms are

homogeneously distributed throughout the cell, as shown
in Fig. 10b and d.

The segregation of carbon atoms at grain boundaries is
more frequently observed in the materials drawn to even
higher strains of 3.47 and 5.4. For example, Fig. 11 shows
that, in a small selected volume, two parallel cell/low-angle
grain boundaries exist. The 2D boundary surface is also
revealed by the closer investigation of the ROI (marked
with pink color) as shown in Fig. 11b and c. The segrega-
tion of carbons atoms at the boundary can be easily recog-
nized from both the atom maps shown in Fig. 11b and ¢
and the concentration profile in Fig. 11d. It should be
noted that the peak carbon concentration located in the
center of the boundary is higher by a factor of about 2 than
that found in Fig. 10c. This observation is a strong indica-
tion that cementite decomposition and carbon segregation
to cell or grain boundaries are both promoted by plastic
deformation. The distribution of Si and Mn atoms is also
shown in the figure to validate the statistics for the mea-
surement. Both elements are homogeneously distributed
in the sample as also seen in Fig. 10d.

4. Discussion

SPD is an efficient method of refining the lamellar struc-
ture of pearlite, and involves refining the thickness as well
as the spacing of the cementite lamellae. Such a refinement
can be observed by scanning electron microscopy (SEM)
[39]and TEM [2]. The refinement of the cementite lamellae
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Fig. 5. Carbon concentrations in ferrite as a function of wire strain.
Literature data are taken from Ref. [13,37].

is partly due to the plastic deformation occurring inside the
cementite phase [2], and partly due to chemical decomposi-
tion as described in Section 3. In Section 3.4 we found cell/
low-angle grain boundaries in ferrite at which the dissolved
carbon atoms are segregated. We first discuss the possibil-
ity of the formation of cell/grain structures in ferrite.
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4.1. Evolution of dislocation structure in ferrite

The dislocation densities measured for the pearlite wire
by using X-ray line profile analysis vary from a minimum
value of p=7.8x 10" m 2 at e=0 (as-patented) to a
maximum value of 1.4 x 10'® m~2 at e = 5 [40]. These val-
ues correspond to an average dislocation spacing p~ > of
~35 and ~8 nm, respectively. The mean free path of dislo-
cations is proportional to the average dislocation spacing.
For a safe estimate, if we take the proportionality constant
as 10, the mean free paths turn out to be ~350 and
~80 nm, which are larger than the interlamellar spacings
of ~60 and ~20 nm in each material, respectively. A simi-
lar estimate was also made by Gil Sevillano that the thick-
ness of the ferrite lamellae are approximately 50 times
lower than the mean free path of dislocations and less than
10 times the mean interdislocation distance that would
develop under free gliding conditions [41]. This means that
the formation of a dislocation structures in the ferrite chan-
nel, such as a cell or subgrain, is not likely because the
probability of dislocation interaction is low.
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Fig. 8. (a) 3D map of carbon atoms with an isoconcentration surface drawn at 7 at.% C for the pearlitic steel wire at e = 0.93. Only 50% of carbon atoms
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Si (gray). The blank area at the bottom is due to lack of material at the specimen tip. (d) Nearest-neighbor distance distributions between the carbon

atoms. (e) As (d) for Mn and Si atoms.

Let us consider this problem in 3D space (Fig. 12). Sim-
ilar to the schematics shown in Ref. [42], consider a general
case that the slip plane of dislocations is inclined to the
drawing direction and also to the normal direction of the
cementite lamellae. At the interface between ferrite and
cementite, dislocations can be nucleated provided that
there is a mismatch in the elastic moduli of the two phases,
and provided that some heterogeneities are present along
the interface, which act as stress concentrators [43].
Regarding the dislocation sources, here we consider two
possible mechanisms of dislocation multiplication for
pearlite with narrow interlamellar spacings as shown in
Fig. 12. In contrast to the Frank—Read source, which con-
sists of two pinned ends (see Fig. 12a), the bulging mecha-
nism does not involve any fixed source size. Instead,
dislocations bulge out into the ferrite from lamellar inter-
faces [43] (see Fig. 12b). Gil Sevillano [41] proposed inter-
facial and intraphase dislocation sources, where
dislocations glide between two impenetrable interfaces
and within the interlamellar channels, respectively. Such

types of dislocation sources may dominate for the pearlite
with coarse interlamellar spacings, because the critical
stress for the corresponding configuration is low, and
therefore preferable.

Since the mean free path of dislocations is larger than
the lamellar spacing, the dislocation segment which reaches
the opposite cementite plate must get stored there (see the
cementite plate on the top). A further movement of the dis-
location segments (corresponding to a further expansion of
the dislocation loop) is only possible when the Orowan
stress due to the line tension of the dislocation is overcome.
The Orowan stress is inversely proportional to the interla-
mellar spacing. When the interlamellar spacing is suffi-
ciently small, the Orowan stress can be so high that a
further movement becomes difficult and the free dislocation
segments will get stored in the ferrite.

Associated with the dislocation bulging, when the free
segments tend to extend out of the narrow channel, a high
Orowan stress has to also be reached, which leads to the
storage of free dislocation segments in the ferrite. There-
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Fig. 9. 3D carbon atom maps with an isoconcentration surface drawn at
7 at.% Carbon for the pearlitic wire at ¢ = 2. Top and bottom images show
two side views (rotated 90° with respect to each other) of cementite
lamellae, respectively. Only 50% of carbon atoms are displayed. The two
grain boundaries Bl and B2 with carbon segregation are marked by the
arrows. The detailed 3D map of the region of interest (pink box) with a
volume of 30 x 30 x 4nm° is shown in Fig. 10.

fore, in either case, dislocations will deposit not only at the
interface but also inside the ferrite. When dislocations
nucleated from parallel slip planes, a dislocation wall can
be formed along the longitudinal direction of the lamellae.

Consider that dislocations with the same Burgers vector
but opposite sign can be nucleated from opposite inter-
faces, the dislocation wall may also contain dislocations
of different sign. Thus the wall could be a cell boundary
or a grain boundary depending on the net sign of the dislo-
cations involved. This mechanism can explain the forma-
tion of cell/subgrain boundaries, such as at positions Bl
and B2 as shown in Fig. 9.

4.2. Segregation of carbon atoms at the lattice defects in
ferrite

Based on literature data, Gavriljuk [22] excluded the pos-
sibility of formation of solid solution when cementite decom-
poses. Instead, he suggested that the dissolved carbon atoms
are mainly located at the dislocations that are stored at the
ferrite—cementite interface. The dislocation mechanism dis-
cussed above supports this analysis. However, we further
suggested that dislocation walls can be formed inside ferrite
and we assume that the dissolved carbon atoms can also be
segregated to these new interfaces. This suggestion is sup-
ported by the 3D carbon atom map shown in Figs. 10 and
11. These results are consistent with the fact that the binding
energy between dislocations and carbon atoms is higher than
that between carbon atoms and iron in cementite [24-26].
Therefore, the distribution of carbon atoms is closely related
to the distribution of dislocations. As discussed above, a het-
erogeneous dislocation structure forms in the ferrite lamel-
lae, which consequently leads to an inhomogeneous
distribution also of carbon in the ferrite.

Recently, Kobayashi et al. [44] reported an anomalous
distribution of carbon atoms in ferrite of heat-treated
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Fig. 10. Distribution of carbon atoms (a) as well as Mn (red) and Si (gray) atoms (b) in the ROI taken from Fig. 9 (ferrite region). All atoms detected are
displayed. (c) and (d) show the corresponding 1D concentration profiles for carbon and Si and Mn, respectively.
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Fig. 11. (a) Part of the 3D carbon atom map with an isoconcentration
surface at 7 at.% C for wires at e = 5.4. (b) and (c) Front and side views,
respectively, of the atom maps for the ROI taken from (a). The yellow, red
and gray dots represent C, Mn and Si atoms, respectively. (d) 1D
concentration profiles for the three elements shown in (b) and (c) (fixed
count of 5000 atoms) along the direction (marked with the black arrows)
perpendicular to the carbon-enriched boundary.

(773 K for 5h) pearlitic wire, where carbon atoms were
always enriched in certain crystallographic directions [44].
They attribute this enrichment to the difference of the tra-
jectory between iron and solute carbon atoms during their
flight in the APT measurement. However, similar observa-
tions could not be made in the present investigations.
Recent LEAP analyses done in our group on cold-drawn
wires annealed at 400 °C for 0.5 h clearly showed that car-
bon atoms are preferentially located at the boundaries of
hexagonal (sub) grains in the ferrite. This means that the
detected carbon segregation in this work reflects a real
physical process.

It is known that the cell or grain size is dependent on the
stress and the strain (before a steady state of deformation is
reached under given deformation conditions). Thus, fur-
ther wire drawing leads to additional work hardening,
which causes a finer dislocation structure. In other words,
the more cell or grain boundaries are formed upon further
straining, the more segregation of carbon atoms in the fer-
rite is possible. This may explain the fact that the carbon
concentration in ferrite increases with drawing strain (see
Fig. 5). Following this line of argument, the saturation of
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Cementite

(a) Frank-Read mechanism

dislocation segment
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(b) Bulging mechanism

Fig. 12. Schematic diagram explaining the formation of dislocation cell
structures in the ferrite modified after Ref. [42]. The slip plane of the
dislocations is inclined to the cementite lamellae and the drawing
direction. Dislocations may be emitted from Frank-Read sources (a)
and according to a bulge mechanism [43] (b).

carbon atoms at higher strains should be coupled to the
saturation in the dislocation density that can be stored in
the ferrite. In the recent measurements of the dislocation
density performed with X-ray line profile analysis for the
same materials, it was indeed found that the increase of
the dislocation density with strain becomes significantly
slower at high strains (e =~ 4) [40].

4.3. Thermodynamics and kinetic mechanisms of cementite
decomposition

There are two principal interpretations for cementite
decomposition in the literature. Based on our results and
those found in the literature, we consider that the interac-
tion between carbon atoms and dislocations is likely to be
the mechanism responsible for cementite decomposition.
Let us start with reviewing the available findings. First, cold
working introduces a high density of dislocations at the
interfaces between ferrite and cementite [43,45]. Second,
the interaction between dislocations and carbon atoms
exhibits a higher binding energy [24] than that between car-
bons and iron atoms in cementite [25,26]. Third, carbon
atoms segregate at cell/grain boundaries in ferrite [46] (see
also Section 3 above). Fourth, the saturation of the carbon
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concentration in the ferrite with strain is associated with a
slow increase of the dislocation density at high strains.

These results suggest that the dislocation activity and
cementite decomposition are associated phenomena and
occur simultaneously during plastic deformation. When
the dislocation loops expand from one interface to the
opposite one, they also drag the carbon atoms out of the
cementite lattice and form a Cottrell atmosphere during
motion. The dislocations in ferrite form dislocation walls,
which connect the neighboring cementite plates as shown
in Figs. 10 and 11 and are decorated with an enhanced
amount of carbon atoms.

According to this mechanism, the degree of cementite
decomposition is determined by the dislocation structure
and its evolution, which in turn is controlled by the draw-
ing stress and strain. A higher degree of plastic deforma-
tion introduces a higher density of dislocations which
form more cell/grain boundaries. As a result, cementite
decomposition is more severe. This leads to a thinning of
cementite plate with a reduced carbon concentration (see
Fig. 6) and an enhancement of the average carbon concen-
tration in ferrite (see Fig. 5). Gradual saturation in the dis-
location structure leads to the saturation in the interaction
between dislocations and cementite lamellae. Thus, the
relation between the carbon concentration and the thick-
ness of cementite lamellaec becomes strain independent
(see Fig. 6). For the cementite lamellae with a thickness lar-
ger than ~8 nm, as shown in Fig. 6, dislocations may not
be able to approach the center of the lamellae even after
the highest drawing strain. This means that carbon atoms
inside the cementite cannot reach the ferrite dislocations,
while carbon near the interfaces can leave the cementite
and be stored at the dislocations in the ferrite. Thus, the
influence of the neighboring ferrite dislocations saturates
upon further deformation, as the dislocation density in
the ferrite saturates.

In addition to the elementary interaction between car-
bon atoms and lattice dislocations in the ferrite, a trans-
phase dislocation-shuffle mechanism may act as a kinetic
mechanism for the decomposition of cementite [47,48].
According to the mechanism discussed in Ref. [47], pro-
vided that dislocations penetrate from ferrite into cementite
on more than one active slip system, the shearing of atomic
planes along mutually inclined directions can create inter-
face steps and embed small cementite particles in ferrite.
Such tiny cementite particles can be further cut by disloca-
tions gliding through them, which enhances the energy of
the particles through the Gibbs-Thomson effect so that
they finally dissolve. In principle, this mechanism can
explain the large deformation-driven transport of carbon
from cementite into the ferrite against the thermodynamic
equilibrium conditions. However, the effect of this mecha-
nism may be conditioned by several factors, ¢.g. the magni-
tude of the resolved shear stress of the dislocations
approaching the interface on the activated system, the
degree of misorientation between the active slip planes on
either side of the interface and the energetic preferability

of the resulted configuration which can, for example, be
influenced by the residual dislocation content at the inter-
face through the selection of a transmitted slip system in
the body-centered cubic phase [49]. Misra et al. suggested
that transmission of dislocations across interfaces is only
likely to occur at nanometer length scales (e.g., ~1-2 nm
layer thickness) [50]. The observed broken cementite
lamella in pearlite [S1] may be an indicator of penetration
of ferrite dislocations through the thin cementite lamella
[48].

5. Conclusions

Cementite decomposition and the associated mechani-
cal alloying in cold-drawn pearlitic steel wires was studied
as a function of true drawing strain by using LEAP in
conjunction with TEM. The carbon concentrations in fer-
rite, cementite, and the entire analyzed volumes were mea-
sured systematically by applying a decomposition
algorithm for overlapping mass-to-charge peaks of car-
bon. Cementite decomposition was found to be promoted
by plastic deformation. However, the decomposition of
cementite and the carbon concentration in ferrite both
saturate after a true drawing strain of 3.47, and thus
the lamellar structure exists even at a drawing strain of
up to 5.4. Strong indications for the formation of cell-
grain boundaries in ferrite, at which most of carbon
atoms in ferrite segregate, were observed. Based on these
findings, we suggest that the dislocation density in the fer-
rite is probably the mechanism underlying cementite
decomposition.
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Appendix A. Simple estimate of the carbon balance after
cementite decomposition

A.1. C-concentration in the cementite

Each cementite lamella is cut by the same number of dis-
locations per area A which removes a total of » mol C per
area from the carbide. Then the C-concentration changes
from 0.25 to x according to the following balance:

Ad Ad
where d is the thickness of the lamella and Q. the molar
volume of cementite. Rearranging yields:
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Q
x=025— An7c (2)

As shown in Fig. A.1, this equation agrees well with the
experimental data. The process of C-removal stops at large
strains, when the dislocations are entering the cementite
from the ferrite with the same amount of carbon as they
take out when they leave the cementite to enter the ferrite.

A.2. C-concentration in the ferrite

In ferrite, the released carbon Any, per area A for a
number of lamellae, Z, is given by:

AAniy; = ZAnA (3)

Z is obtained from the total volume of cementite divided by
the average volume of one lamella:
VCem Xw VW wadw de w
Z = = = = 4
Adaver 25Ad aver 25Adaver 25daver ( )
where d,,.- 1s the average thickness of cementite lamella
and x,, and d,, are the C-concentration and thickness of
the wire:
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Xudy
5
25daver ( )

This will change the C-concentration in the ferrite to:
Xyler  slope xy € per

 AnAQ g,
Acg, = Ad,, 25d wer Q¢ 25dver (6)

where slope is the slope of the concentration vs. 4! plot,
X, 1s the total C-concentration of the wire in at.% and Qg
is the atomic volume of ferrite. Using Qc = Qg,, slo-
pe =40 at.% nm (from Fig. A.2 for larger strains) d,ye = 4
nm and xy = 3.66 at.% yields Acg,=1.46at.% C. For
e =2 the slope is 15at.% nm (from Fig. A.2 for lower
strain), yielding Acg, = 0.55 at.% C.

Anlot = Al’l

= An
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