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Abstract—We study the structure and chemical composition of the k-carbide formed as a result of isothermal transformation in an
Fe-3.0Mn-5.5A1-0.3C alloy using transmission electron microscopy and atom probe tomography. Both methods reveal the evolu-
tion of k-particle morphology as well as the partitioning of solutes. We propose that the k-phase is formed by a eutectoid reaction
associated with nucleation growth. The nucleation of k-carbide is controlled by both the ordering of Al partitioned to austenite and

the carbon diffusion at elevated temperatures.
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1. Introduction

Recent trends in designing advanced high-strength
steels aim at controlling the mechanical properties and
reducing the specific weight by varying the Mn and Al
contents [1-6]. Following this concept, a ferritic-ma-
trix-based Fe-Mn-Al-C alloy with a higher content of
Al than Mn was developed [7]. The major benefit behind
this alloy design is a weight reduction of ~10% com-
pared to transformation-induced plasticity or twinning
induced plasticity steels. The reduction in mass density
is due to the high Al content, which also enhances oxi-
dation, corrosion resistance and impact toughness at
high temperature [6,8]. These new low-density steels
can achieve tensile strengths above 780 MPa and elonga-
tions above 30% owing to the formation of the ordered
L'l, «x-carbide, (Fe,Mn)3;AlC, [8]. The deformation
behavior of weight-reduced austenitic Fe-Mn-AIl-C al-
loys is reported to depend on the size, fraction, location
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and distribution of the k-phase [9-11]. However, no
experimental investigations have so far been made on
the compositional gradients across the phase boundaries
between k-carbide and abutting phase, except for an
austenitic Fe—(20-30)Mn—Al-C alloy (wt.%) using elec-
tron probe microanalysis at the micrometer-scale
[12,13]. Moreover, the effects of isothermal annealing
on the precipitation of the x-phase in Fe-Mn-Al-C al-
loys have not yet been elucidated.

The present study aims at identifying the decomposi-
tion mechanism of metastable austenite into ferrite and
k-carbide upon isothermal annealing in high-Al steels
from the viewpoint of experiments and thermodynamic
calculations. Using transmission electron microscopy
(TEM), the present study gives detailed information
on x-carbide, such as crystallographic structure, mor-
phology and orientation relationship with the abutting
phases (austenite or ferrite). Another important goal is
to reveal the chemical composition of the k-phase as a
function of isothermal annealing temperature using
atom probe tomography (APT) and aberration-
corrected scanning TEM (STEM).
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Figure 1. (a) TEM micrographs and the corresponding SADP taken from austenite for the steel subjected to isothermal holding at 500 °C. (b)
HREM image and the corresponding SADPs of [00 1], zone including the simulated 2-D and 3-D reciprocal lattice illustrations of the perovskite k-
phase. o, polygonal ferrite; o, fine ferrite surrounded by carbides; vy, retained austenite; k, k-carbide.

2. Experimental procedure

An alloy with the composition 1.2 C, 3.2 Mn and 10.0
Al (at.%) was prepared by vacuum induction melting at
1200 °C for 60 min. Details of the alloy preparation and
the thermomechanical processing have been published
elsewhere [14]. In the current study, the cold-rolled steels
were subjected to a two-step isothermal annealing:
intercritical annealing at 900 °C for 30 min in a protective
Ar atmosphere followed by isothermal annealing at 500
or 600 °C for 60 min and water quenching. The cooling
rate from 900 °C to a desired level of holding temperature
was about 150 K s~! [6]. Microstructure characterization
was done by TEM (JEM 2010F) and selected-area diffrac-
tion pattern (SADP) analysis. The TEM samples were
prepared by electrochemical polishing. The lattice param-
eters of the k-phase and the austenite were determined by
high-resolution TEM (HRTEM). The chemical composi-
tion of the k-phase was determined by energy-dispersive
spectroscopy (EDS) on a Cs-corrected STEM (JEM
2100F) and APT. APT specimens were prepared by the
standard two-stage electropolishing method. Prior to
APT measurements, APT samples were also observed
by TEM. APT analyses were conducted using a laser-
assisted wide-angle APT (LAWATAP™, Cameca Instru-
ments), applying laser pulses of 525 nm wavelength,
0.3 nJ pulse energy and 100 kHz pulse repetition rate at
40 K specimen temperature [15].

3. Results and discussion

Figure 1a shows TEM micrographs and SADP of the
steel after an intercritical annealing followed by

isothermal holding at 500 °C. The final microstructure
is composed of a polygonal ferritic matrix (o) and the
lamellae formed along the prior y grain boundaries. In
the lamellar structure, there are three other phases: fine
ferrite, x-carbide and retained austenite (ygr). Hence, the
v phase is partially decomposed into ferrite and needle-
like k-carbide (y — k + o, + yr). For clarity, the ferritic
matrix and the fine ferrite surrounded by x-carbides
have to be differentiated from each other and are hence
denoted as o, and o, respectively. The distribution of
the o, grains is irregular and inhomogeneous, as the cur-
rent alloy has a duplex microstructure consisting of o
and v at 900 °C. HRTEM imaging yields lattice param-
eters of 3.65 A for vr and 3.72 A for k, which corre-
sponds to a lattice misfit (8) of about 1.88% (Fig. 1b).
The estimated o is consistent with previous works
[9,16], confirming that the phase boundaries between
yYr and x are coherent as shown in Figure lb. In the
SADP along the [001] zone axis, clear {100}, {110}
and {120} superlattice reflections of the k-phase are
visible. The intensity difference of the diffraction spots
observed for the x-phase can be assigned to the perov-
skite-type structure rather than L1, structure (character-
istic of the y' phase). The diffraction patterns for both
structures are very similar except for the fact that no
intensity difference between {100} and {110} spots
was detected for the y’ phase with randomly distributed
C atoms. However, the intensity of {110} spots in
Figure 1b is much stronger than that of {100} and
{120} spots. Typically, for fully austenitic Fe—(20-30)
Mn-5.0A1-2.8C (wt.%) alloys, a higher intensity for
the {010} superlattice spots than for the {110} spots
was observed, which was caused by an ordering process
of interstitial C at the body-centered site of k-phase
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Figure 2. (a) TEM micrograph and the corresponding SADP of [011], zone for the steel isothermally annealed at 600 °C and (b) Cs-corrected
(S)TEM bright-field image and the corresponding EDS elemental maps. D, dislocations; M, moiré fringes.

[11,12]. The intensity difference between {100} and
{110} reflections, observed here, is probably attributed
to the formation of C-vacancy long-range ordering in-
side the k-phase formed by the employed annealing con-
ditions, which is often observed in MC-type carbides
(M =Nb, V, Mo and W) with a Bl structure [17] and
in perovskite-type TizAlC with an L'l, structure [18].
Furthermore, the SADP in Figure 1b reveals that there
are several additional spots besides the fundamental and
k-carbide reflections. To date, this type of spot has not
been found in Fe-Mn-Al-C alloys. We propose that
the additional spots can be caused by fourfold splitting
of the diffuse short-range order intensity peak. A similar
splitting behavior was found in a disordered CuzAu al-
loy [19]. The origin of such splitting in this study could
be due to an exchange of atomic position among Al, Fe
and Mn inside the L'l,-structure at elevated tempera-
tures and the nominal composition of specimen.

TEM micrographs and the corresponding SADP with
a [011], zone axis for the steel isothermally annealed at
600 °C are shown in Figure 2. In this specimen, y phase
is fully decomposed into k-carbide and o, (y — « + o).
The thickness or width of k-particles increases with a
higher annealing temperature: the average widths of
the k-particles at 500 and 600 °C are 17 +7 nm and
45 + 10 nm, respectively. Thus, the spacing width be-
tween the particles for 600 annealed sample is lager than
that of 500 sample due to a nucleation-growth process,
leading to a decrease in the aspect ratio of the k-parti-
cles. The shape of the k-phase changes from extremely
elongated rod-type to cylindrical-type as the annealing
temperature increases. The elongated rod-like x-car-
bides may be a result of high lattice misfit (8) between
o, and k. The SADP confirms a (011),, // (111), orien-
tation relationship between the o, and k-carbide, which
corresponds to the well-known Nishiyama—Wasserman
relationship [14]. Here, we observe that only {111}
superlattice reflections for x-phase are present without
{110} spots for k-phase. Assuming that the planar spac-
ing of the (110), planes is 2.03 A, the measured & be-
tween o, and « is nearly 5.9%, which implies that the
formation of a coherent interface would be difficult.
For such a high misfit value, the morphology of the pre-
cipitates was reported to be controlled by the elastic
coherency term rather than by the interfacial energy
contribution [11]. According to their results [11], the
preferential growth of k-carbide could be due to an in-
crease in the elastic lattice misfit between y and x with
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Figure 3. TEM image of APT specimen showing the lamellae formed
in the steel after isothermal transformation at 600 °C and the
corresponding SADP taken from ferrite, and the reconstructed APT
map of C (red). The joint analysis including 1-D concentration profiles
of elements obtained from the cylindrical region (cyan) reveals solutes
partitioning and the morphology of the k-carbides (For interpretation
of the references to colour in this figure legend, the reader is referred to
the web version of this article.).

aging time. The STEM image illustrates misfit disloca-
tions (marked by “D”) located at the o,/x interfaces
given by Figure 2b, suggesting that the lateral interfaces
are semicoherent. The spacing between dislocations dis-
persed at the interface is about 16.8 nm. The STEM-
EDS maps reveal partitioning of Mn (cyan) and Al
(pink) to k-carbides. Although the Mn signals from
the carbides are strong, the corresponding Al signals
can barely be distinguished from those of the matrix.
This means that the partitioning of Mn differs from that
of Al. No significant C signals are also detected
inside the carbides due to the insufficient sensitivity of
STEM [20].
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Figure 3 shows a TEM micrograph and the corre-
sponding APT map of C (red) for the sample isother-
mally annealed at 600 °C. The two images were taken
from exactly the same position as indicated. C-enriched
lamellae are found in the reconstructed APT data, which
can clearly be identified as k-carbides by correlating the
TEM micrograph with the APT map. Using 1-D com-
position profiles perpendicular to the semicoherent
interfaces, the partitioning of solutes can be quantified.
We detect a compositional fluctuation of C inside a k-
particle, much higher than those of Mn and Al. There
are two possible explanations for this observation. (i)
The observed C variation could be due to the formation
of C-vacancies inside the k-carbide. This defected state is
in the following expressed as (Fe,Mn);Al(C,Va),. The
stability of C-V formation inside the k-carbide is also
supported by thermodynamic calculations [7]. (i) The
preferential field evaporation induced by laser or voltage
pulses and the trajectory overlap of the field-evaporated
ions can lead to errors in measuring the absolute compo-
sition values determined by APT [21,22]. In this context
and considering the enhanced intensity of {110} reflec-
tions in the SADP (see Fig. 1b), the former effect is more
plausible than the latter one. Besides C atoms, Al and
Mn atoms are partitioned to the k-carbides, where the
K to o, ratio for Al is much lower than that for Mn,
in good agreement with the EDS result (see Fig. 2b).
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Figure 4. (a) APT maps of C, Mn (blue) and Al (green) for the steel
after isothermal transformation at 500 °C, showing the rod-like shape
of the k-particles. Only 50% of Al atoms assigned as >’AI** peak and
ZTAP* peak are displayed. (b) Local concentration profiles of solutes
and the artificial spread of planar interface in the vicinity of the /o
interface (For interpretation of the references to colour in this figure
legend, the reader is referred to the web version of this article.).

Table 1. Chemical compositions of k-carbide determined by APT and
(S)TEM-EDS (in at.%).

Methods ~ APT (S)TEM-EDS

Temp. 500 °C 600 °C 500 °C 600 °C
Mn 144404 84+04 127412 88407
C 128+£08 145+10 - -

Al 95+02  101+03 77409  7.6+07

Table 2. The values of the enrichment factor (€) between k-carbide and
a,-ferrite for alloying elements as determined by APT.

Mn C Al
500 °C 7.6 7.1 1.7
600 °C 2.8 4.8 1.2

The reconstructed C, Mn and Al maps obtained from
APT for the steel annealed at 500 °C are shown in Fig-
ure 4. The needle-like shape of the k-particles is con-
firmed. Nevertheless, APT artifacts that arise because
of field-evaporation differences, such as a local magnifi-
cation or demagnification effects [23,24], can lead to an
error in measuring interfacial width between k-particle
and ferrite. For this reason, it is not possible to conclude
unambiguously from the voltage-pulsed or laser-pulsed
APT data whether the x-phase is formed via spinodal
decomposition or via a nucleation-growth sequence. An-
other point observed in this study is that decomposition
of v into k and o, leads to supersaturation of o, with C.

The experimentally obtained concentrations of the «-
phase as a function of holding temperature are listed in
Table 1. The Al content inside the x-phase measured by
APT was corrected by applying a deconvolution proce-
dure for the overlapping Al" and Fe*" mass peaks at
27 Da, considering the isotope ratios of Fe [6,25].
Accordingly, the C contents of k-phase were obtained
using the identification procedure for C peaks, as de-
scribed in Ref. [26]. The compositional changes of the
K-phase depending on the temperatures as determined
by APT are consistent with STEM-EDS data. In partic-
ular, an increase in the annealing temperature leads to a
remarkable decrease in the Mn content of k-carbide.
This means that a higher annealing temperature affects
the formation energy, lattice parameter and magnetiza-
tion of k-phase, as shown using density functional the-
ory calculations [27]. Thus, we anticipate that an
increase in the Mn substitution for Fe makes the «-
phase harder and stronger owing to the Mn—C atomic
bonds being stronger than the Fe—C bonds.

Here, we confirm the formation of non-stoichiometric
k-carbides in Fe-Mn-Al-C alloys, in agreement with
previous reports on k-carbides existing over a range of
varying Mn and Al contents [8,11-13]. According to
these reports, the chemical composition of the k-phase
varies with both the nominal composition of the bulk
specimen and its formation temperature. So far, the stoi-
chiometric k-phase has not been observed experimen-
tally [28] and has been only theoretically addressed
using ab initio calculations [27-29]. From our observa-
tions, we suggest under-stoichiometry of the k-carbide
with respect to C at the body-centered sites and partial
replacement of Al by Fe or Mn in the corner positions
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Figure 5. (a) Equilibrium phase fractions for the present alloy as a function of temperatures, and equilibrium concentration values of alloying
elements in (b) ferrite and (c) austenite, as calculated using Thermo-Calc [7].

in its face-centered cubic-based unit cell. Thus, the
composition of the xk-phase can be expressed as
(Fe,Mn);(Fe,Al)Cy, but still containing Al. Partitioning
of solutes to different phases can be quantified in terms
of an enrichment factor, ¢ = (at.% in k-carbide)/(at.% in
aop-ferrite). The € values measured by APT are shown in
Table 2. On the other hand, ¢ for Al is substantially low-
er than for Mn and C. It seems that Al is energetically
stable inside either intermetallic k or o, phase. There-
fore, we conclude that during y decomposition into «
and o, both product phases are competing sites for
Al. This is an indication that the partitioning of Mn
and Al to k-carbides can be controlled by the abutting
phase which is either austenite or ferrite.

We used Thermo-Calc predictions [7] to evaluate the
remarkable decrease in € for Mn and C with higher
annealing temperature for the present alloy (Fig. 5). This
calculation shows the equilibrium phase fractions of o
and vy as a function of temperature. It confirms our
microstructure characterization made above, namely
the irregular and inhomogeneous distribution of o,
grains, as the current alloy has a duplex microstructure
of avand y at 900 °C. In addition, we quantify the concen-
tration values of the elements in o and vy as a function of
temperature, showing that most of the C can be solved in
the y, where the measured partitioning ratios of o to v at
900 °C are 1.2/1.0 for Al and 1.0/2.0 for Mn, respec-
tively. Even though Al is a strong ferrite former, a con-
siderable amount of Al is solved in the y phase at
900 °C. During isothermal holding at 500 or 600 °C for
60 min, the diffusion of C inside the y phase is fast, while
the diffusion of Al and Mn is negligible. Therefore, we
propose that both the high content of Al partitioned to
v at 900 °C and fast diffusion of C during isothermal
holding are significant factors for the nucleation of the
k-phase, leading to an accelerated decomposition of the
v phase. As reported, an ordering in Fe-Mn—AI-C alloys
may be accomplished by the cooperative ordering of C
and Al [30].

The compositional differences of k-carbide grown at
different holding temperatures can be understood in
terms of undercooling (AT;) between the intercritical
temperature (900 °C) and the isothermal holding tem-
perature (500 or 600 °C in this case). Stronger underco-
oling (AT; =900°C — 500 °C) for the steels held at
500 °C leads to an increase in the driving force for
pro-eutectoid ferritic transformation, reducing the vy
fraction. As a result, a decrease in the y fraction leads

to an increase in the content of Mn and C in the y phase
and hence to its stabilization. To validate this, the vol-
ume fractions of the corresponding phases were deter-
mined by optical microscopy (OM), SEM, X-ray
diffraction (XRD) and electron backscatter diffraction
(EBSD). It is important to note that for the current al-
loys there are no ordered ferritic phases, such as B2
and DO3. Further OM, SEM and XRD results as
shown in Figures S1 and S2 in the Supplementary Infor-
mation confirmed that a higher holding temperature
leads to a decrease in the yr fraction with increasing
lamellae that are a mixture of fine ferrite and needle-like
k-carbide. The average volume fraction of the yg was
13.7+2.0vol.% and 4.8+ 1.7vol.% for the steels
annealed at 500 and 600 °C, respectively. Based on
the equilibrium phase fractions at 900 °C shown in
Figure 5a, the pro-eutectoid ferrite fraction was also
estimated as ~38 vol.% for 500 °C steel and ~56 vol.%
for the 600 °C sample. It is therefore plausible that the
steel annealed at 500 °C contains a higher yr fraction
than the sample annealed at 600 °C, and that the k-phase
grown at 500 °C has a higher Mn and a lower Al
content.

The morphological evolution of k-carbide for differ-
ent isothermal holding temperatures can be explained
by the difference between the k-phase precipitation-start
temperature (750 °C as shown in Fig. 5¢) and the respec-
tive holding temperatures. A stronger undercooling
(AT, =750°C — 500 °C) for the steel annealed at
500 °C increases the driving force for k-phase precipita-
tion, leading to a higher nucleation density of k-particles.
Subsequently, during isothermal annealing at 500 °C, the
v decomposition kinetics into k-carbide is retarded due
to the lower diffusion rate of solutes, especially C, com-
pared to the 600 °C sample. Consequently, the k-phase
formed at 500 °C exhibits a finer and more dense distri-
bution compared to that formed at 600 °C (Figs. 1 and
2). Here, it is the diffusion of C during isothermal holding
that mainly controls k-carbide morphology, whereas the
contributions of Al and Mn are negligible.

4. Conclusions

We found direct evidence for the precipitation of
nonstoichiometric k-carbide, (Fe,Mn);(Fe,Al)C, con-
taining Al, in a ferritic-matrix-based high-Al steel
isothermally annealed at either 500 or 600 °C. With
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increasing isothermal holding temperature: (i) the
kinetics for y decomposition increases; (ii) the width of
k-phase increases; (iii) the Mn content in k-carbide
decreases; and (iv) the enrichment factors for solutes
decrease. We revealed that fine lamellae consisting of
o, and k-phase are formed by a eutectoid decomposition
of y, where the kinetics is controlled by the undercool-
ing. Using TEM and APT, we also elucidated the solute
partitioning at the atomic-scale and thus obtained
insights into the transformation mechanism of the x-
phase in the ferrite matrix. Al atoms partitioned to
austenite at high temperatures as well as the diffusion
of C are significant factors for needle-like x-carbide
nucleation. The variable chemical composition of the
k-carbides was found to depend on the annealing
temperature, which was confirmed by thermodynamic
calculations.
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