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We report on the investigation of the off-stoichiometry and site-occupancy of k-carbide precipitates
within an austenitic (g), Fe-29.8Mn-7.7Al-1.3C (wt.%) alloy using a combination of atom probe tomog-
raphy and density functional theory. The chemical composition of the k-carbides as measured by atom
probe tomography indicates depletion of both interstitial C and substitutional Al, in comparison to the
ideal stoichiometric L012 bulk perovskite. In this work we demonstrate that both these effects are
coupled. The off-stoichiometric concentration of Al can, to a certain extent, be explained by strain caused
by the k/g mismatch, which facilitates occupation of Al sites in k-carbide by Mn atoms (Mng

Al anti-site
defects). The large anti-site concentrations observed by our experiments, however, can only be stabilized
if there are C vacancies in the vicinity of the anti-site.

© 2016 Acta Materialia Inc. Published by Elsevier Ltd. All rights reserved.
1. Introduction

There is a strong demand for the development of advanced
high-strength steels for automotive applications, in order to reduce
energy consumption and greenhouse gas emission. Austenitic
FeeMneAleC steels show particularly outstanding mechanical
properties [1e11] and are therefore highly promising candidates for
such applications. Due to their good oxidation and corrosion
resistance, these steels were originally developed in an attempt to
substitute Cr-containing stainless steels [1], but recently they have
regained interest due to their excellent strength-ductility balance
and significantly reduced mass density due to alloying with Al
[2e11].

A common characteristic of alloys showing excellent strength
and ductility is a pronounced strain hardening capability, which
continuously increases the strength and delays local necking dur-
ing deformation. Transformation induced plasticity (TRIP) and
@postech.ac.kr (J.-B. Seol).
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twinning induced plasticity (TWIP) steels are typical examples for
alloys showing high strain hardening capabilities [12,13], where
martensitic transformation and formation of deformation twins are
the respective dominant deformation and strain hardening mech-
anisms. The active deformation mechanisms are closely related to
the stacking fault energy (SFE). Generally, as the SFE increases, the
dominant deformation mechanism changes from TRIP to TWIP and
from TWIP to dislocation gliding [14,15].

Gutierrez-Urrutia et al. attributed the excellent strain hardening
capacity of solid solution austenitic FeeMneAleC alloys containing
<5 wt.% Al to multiple stages of deformation during which
sequential dislocation cell structures and, at higher loads, twin
substructures are gradually formed [4]. For alloys of >5 wt.% Al,
intragranular precipitation of nanometer-sized k-carbides occurs at
elevated temperatures (470 �Ce710 �C) [16e19], which leads to a
substantial increase in yield strength without a significant loss in
ductility [3,5,8]. Planar dislocation substructures were observed in
deformed k-carbide containing austenitic FeeMneAleC alloys
[5,6,10]. The occurrence of planar dislocation substructures in these
alloys, which have high SFE values ranging from 80 to 110 mJ/m2

[10], was ascribed to shearing of ordered k-carbides by dislocations
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[6,8] and a mechanism referred to as “glide plane softening” [20].
According to this mechanism, the local order is destroyed by a
leading dislocation shearing the ordered particle and thus facili-
tating the glide of consecutive trailing dislocations. For high strain
levels, mechanisms of shear-band-induced plasticity (SIP) [2] and
microband-induced plasticity (MBIP) [9,10] have been suggested,
referring to homogeneous shear deformation and bands of very
high dislocation density, respectively.

However, the interaction between dislocations and k-carbide
precipitates in age-hardened austenitic FeeMneAleC steels is still
not well understood. Debates exist over the dominant co-
deformation mechanism, i.e. the competition between dislocation
looping [6] and precipitate shearing [8] during plastic deformation.
It was reported that the critical size of ordered coherent pre-
cipitates for the transition from shearing to looping is associated
with the antiphase boundary (APB) energy on the slip planes [21].
Therefore, an accurate determination of the stoichiometry and site-
occupancy of k-carbides is essential for understanding the strain
hardening mechanisms in age-hardened austenitic FeeMneAleC
alloys. Also, the exact sub-lattice occupancy in such a two-phase
material containing ordered precipitates determines the elastic
misfit across the hetero-interfaces. This will also contribute to the
total system energy and to the strain hardening behavior.

The composition of k-carbides is commonly given as
(Fe,Mn)3AlCx, where the exact chemical composition of this phase
is still unknown [17e19,22,23]. It is tacitly assumed to be a deriv-
ative from the Fe3AlCx-type ternary k-carbide [24]. Due to the dif-
ficulty in determining C concentrations in small precipitates and
also obtaining single-phase k-carbide, the exact composition of the
Fe3AlCx-type k-carbide was uncertain for a long time [25,26]. In
1995, Palm et al. revealed a composition range for this phase be-
tween Fe3.2Al0.8C0.71 and Fe2.8Al1.2C0.42, i.e. Fe3þyAl1-yCx
(�0.2 < y < 0.2, 0.42 < x < 0.71), based on electron probe micro-
analysis (EPMA) [25]. The C content does not reach the stoichio-
metric 20 at.% and the Fe to Al ratio can vary between 2.3 and 4.0
instead of being equal to 3. Inspite of the fact that the deviation of
the Fe to Al ratio is not appropriately considered in the common
Fe3AlCx formula, it is still generally adopted. As for the (Fe,Mn)3AlCx
k-carbide precipitates in FeeMneAleC alloys, since they are finely
dispersed and only a few nanometers in size, their direct chemical
characterization is challenging. Atom probe tomography (APT) is
the ideal tool to resolve this composition uncertainty since it offers
near-atomic spatial resolution and equal detection sensitivity to all
elements [27e33]. To our knowledge, there are only two reports in
the literature about APT analyses on k-carbide-containing alloys.
One is about k-carbide precipitation in a ferritic matrix [34], with
very different elemental partitioning behavior as compared to
austenitic alloys. The second report deals with k-carbide formation
in austenitic FeeMneAleSieMo alloys [35], where Si is found to
have a substantial effect on C partitioning. No APT data have been
published on k-carbide precipitates in quaternary austenitic
FeeMneAleC alloys.

The crystal structure of k-carbides is reported to be L012
perovskite-type [17,22,36,37]. In such a derivative of the conven-
tional face-centered cubic (fcc) crystal structure, the unit cell con-
tains 5 atoms at 3 kinds of sites. In addition to the 4 atoms at one
corner and three face-centered sites, as per fcc conventional unit
cell, there is also one atom at the body-centered site. Convention-
ally, the elemental site-occupancy of the k-carbide phase is such
that Al occupies the corner site of the unit cell, Fe and Mn the face-
centered positions, and C occupies the body-centered octahedral
interstitial site, which is based on observations of electron
diffraction patterns and calculations of structure factors [17,22,36].
In terms of atomic percentage, the stoichiometric (Fe,Mn)3AlC k-
carbide has 60% (FeþMn), 20% Al and remaining 20% C. However,
the k-carbides are commonly expected to be off-stoichiometric and
thus the elemental site-occupancy remains unresolved. Since
experimental characterization is challenging, a viable theoretical
approach to elucidate the site-occupancy in k-carbides is density
functional theory (DFT).

In a separate work, the off-stoichiometry with respect to the
depleted C concentration in k-precipitates was interpreted with the
aid of DFT simulations [38]. The off-stoichiometric C concentration
was found to be driven by the minimization of the lattice misfit and
hence the elastic strain between the coherent k-precipitates and
the g-matrix. The current work is dedicated to the measurement of
the chemical composition of k-carbides at the atomic scale using
APT followed by an interpretation of the experimental data on off-
stoichiometry and site-occupancy in k-carbide by means of DFT.
The identified mechanisms are crucial for understanding the
interaction between precipitates and dislocations during plastic
deformation.

2. Methods

2.1. Alloy processing and APT measurements

The alloy of Fe-29.8Mn-7.7Al-1.3C (wt.%) (Fe-26.7Mn-14.1Al-
5.3C (at.%)) as determined bywet chemical analysis was used in this
study. It was prepared by vacuum-induction melting. The details of
alloy casting and thermo-mechanical processing are reported
elsewhere [5]. To obtain a homogenous microstructure, a solution
heat treatment at 1100 �C for 2 h followed by water quenching was
performed. Subsequently, the alloy was aged at 600 �C for 24 h to
induce k-precipitation. The grain size of the alloy ranged from ~50
to ~100 mm. The needle-like APT specimens, taken from grain
interior regions, were prepared using a dual-beam focused-ion-
beam (FIB) system (FEI Helios Nano-Lab 600i) by a standard FIB lift-
out procedure, as described in Ref. [39]. Annular FIB milling was
performed using a low acceleration voltage of 16 kV with final
polishing at 2 kV to keep Gaþ implantation into the samples at a
negligible level. APT analyses were conducted using a LEAP 3000X
HR system (Cameca Instruments) in voltage-pulsing mode at
200 kHz pulse repetition rate, 0.005 atom/pulse detection rate, 15%
pulse fraction and 70 K. Six successful measurements were per-
formed and evaluated, four of which contained more than 10
million ions. The APT data were evaluated using the IVAS software
by Cameca Instruments (version 3.6.8), where the tip profile algo-
rithm [40] was used for the reconstruction of APT maps.

2.2. Theoretical framework

The theoretical results were obtained using DFT [41,42] as
implemented in the Vienna Ab Initio Simulation Package (VASP)
[43]. Projector augmented wave (PAW) potentials were used to
describe the electroneion interaction [44] and the generalized-
gradient approximation (GGA) functional of Perdew, Burke and
Ernzerhof (PBE) [45] was employed. The single-electron wave
functions were expanded using plane waves up to an energy cutoff
of 500 eV. The Methfessel-Paxton method [46] was used for the
Fermi surface smearing with a 6 � 6 � 6 Monkhorst-Pack grid [47]
for 2 � 2 � 2 atomic supercells of both stoichiometric and off-
stoichiometric k-carbides. The energies converged to a precision
of �1 meV/atom. Structural relaxations were performed until the
forces on each atom were below 0.01 eV/Å. Cell shape and atomic
positions were fully relaxed in all calculations, unless specified
otherwise. The 2 � 2 � 2 supercell of stoichiometric (Fe,Mn)3AlC k-
carbide is composed of 8 unit cells in L012 structure with 5 sites/unit
cell and occupied by 40 atoms ((Fe16Mn8)Al8C8). Here, Fe/Mn are
situated at face-centered sites of each unit cell, Al at corner sites
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and C atoms occupy the body-centered octahedral sites (Fig. 1(a)).
An Fe to Mn ratio of 2:1 was employed based on the APT results.
DFT studies reveal that configurational entropy is more favorable
than chemical ordering in the face-centered Fe/Mn sub-lattice of k-
carbide above ~75 K [38]. The Fe/Mn chemical disorder was taken
into account by a special quasi random structure (SQS) generation
scheme [48] for the 2 � 2 � 2 supercell. It is important to note that
all calculations were performed for ferromagnetic (FM) k-carbide
since the (Mn) anti-site formation energies computed for FM and
paramagnetic states differed only by a small amount (~0.05 eV).
Therefore, our DFT calculations [38] indicate that the consideration
of paramagnetism, which is computationally much more
demanding, does not qualitatively alter the results on structural
properties and estimated point defect concentrations in k-carbide.

3. Results

3.1. APT

3.1.1. Mass spectrum
Fig. 2 shows a representative mass spectrum of the studied

austenitic alloy with k-carbide precipitation. Peaks at 6, 6.5, 12,
13 Da are identified as carbon monomers. Apart from them, several
peaks can be assigned to carbon molecular ions, similar to previous
studies on other high-C containing alloys and carbides [49e54].
Peaks at 18, 18.5, 36 and 37 Da belong to carbon trimer ions. The
carbon dimers 12C21þ and (13C12C)1þ are detected at 24 and 25 Da,
respectively. The presence of 24.5 Da peak, which can be assigned
to (13C12C3)2þ, indicates the detection of carbon tetramers
[51,52,55]. Hence, the peak at 24 Da does not only result from the
carbon dimer 12C21þ but also partly from 12C4

2þ. This overlapped peak
can be decomposed by considering the peak at 24.5 Da (13C12C3)2þ.
According to the natural abundance of carbon isotopes 12C and 13C,
the contribution of 12C42þ to peak 24 Da can be estimated by its
relative abundance ratio to (13C12C3)2þ [51,52,55]. The decomposi-
tion via the IVAS software indicates that 12C4

2þ gives a contribution
of about 37% to the peak at 24 Da. The 12C2

2þ peak could in principle
overlap with the 12C1þ peak at 12 Da. However, the absence of a
peak belonging to (12C13C)2þ suggests that there is a negligible
fraction of 12C2

2þ at the peak at 12 Da.
Regarding substitutional elements, Fe2þ is detected at 27, 28,

28.5 and 29 Da and its primary isotope can also be detected at 56 Da
(56Feþ) and 18.7 Da (56Fe3þ). Mn2þ is detected at 27.5 Da. Peaks at 9
and 13.5 Da can be ascribed to Al3þ and Al2þ, respectively. Here it is
also noted that according to the natural abundance of the isotopes
Fig. 1. Schematic visualization of the supercell of (a) stoichiometric L012 k-carbide, (Fe16Mn8

C vacancies, (Fe16Mn8)(Mn1Al7)(C5Vac3), with chemical disorder in the Fe/Mn sub-lattice w
black balls, respectively. (For interpretation of the references to colour in this figure legend
of Fe, the peak at 27 Da cannot be completely assigned to 54Fe2þ.
Al1þ ions must give a contribution to it as well [34,56]. The peak
decomposition algorithm in IVAS indicates that 45% of this peak can
be assigned to Al1þ. The measured total impurity concentration Si
(14 Da) and Cr (26 Da) is less than 0.1 at.%. The material is a rather
clean quaternary FeeMneAleC model alloy.

3.1.2. 3D morphology and arrangement of k-carbides
Precipitation of coherent k-carbides in the g-matrix introduces

an elastic stress field due to the lattice mismatch between pre-
cipitates and matrix [18]. The shape and arrangement of k-pre-
cipitates are determined by the minimization of the sum of the
elastic energy and the interfacial energy, arising from the k/g phase
boundaries [57].

Fig. 3 shows the ordered L012 etype k-carbide precipitates
within the austenitic (g) matrix. The k-carbides in the recon-
structed 3D atom maps are visualized by 9 at.% C iso-concentration
surfaces. APT reveals that cuboidal and plate-like k-carbide parti-
cles are arranged in 3D in the form of stacks along three orthogonal
directions which are identified by TEM observations as the elasti-
cally soft <001> crystallographic directions [5,6,18]. The spacing
between two parallel stacks is on the order of 10e40 nm andwill be
referred to as broad g channels. The spacing between individual
precipitates within a stack is about 2e5 nm and will be referred to
as narrow g channels.

3.1.3. k/g elemental partitioning and phase compositions
Fig. 4(b) shows a 1D concentration profile along a particle stack

through a cylindrical region of interest (ROI), which is highlighted
in green in Fig. 4(a). Al and C atoms clearly partition to k-carbides,
whereasMn exhibits only slight partitioning to g. In order to closely
compare the elemental partitioning into smaller plate-like and
larger cuboidal k-carbides, proximity histograms (proxigrams) [58]
are employed to calculate the concentrations at fixed distances
from their respective iso-concentration surfaces (9 at.% C). Fig. 4(c)
depicts proxigrams from one large cuboidal k-carbide k1

L and three
small plate-like k-carbides k1

s , k2s and k3
s , which are highlighted in

blue in Fig. 4(a). The proxigrams of the plate-like particles show
slightly higher statistical errors due to smaller probed volumes as
compared to the large cuboidal k-carbide, but no compositional
difference related to precipitate size and shape is observed. Fig. 4(b)
and (c) reveal that the k/g interface has a thickness of ~2 nm, which
could be larger than the actual value due to systematic measure-
ment error and APT-related artifacts. Firstly, there is the local
magnification effect as a result of different evaporation fields of two
)Al8C8, and (b) off-stoichiometric k-carbide with a Mn anti-site at the Al sub-lattice and
ith an Fe:Mn ratio of 2:1. Fe, Mn, Al and C atoms are shown by golden, green, red and
, the reader is referred to the web version of this article.)



Fig. 2. APT mass spectrum of k-carbide containing austenitic alloy: (a) 5e15 Da, (b) 18e26 Da, (c) 26e30 Da, (d) 33e57 Da. Ranges of mass-to-charge-state ratios without peaks are
omitted. Peaks with ion overlap are marked with constituent ions.
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phases, especially for interfaces parallel to the analysis direction
[27,59]. If trajectories of neighboring surface atoms cross each other
during field evaporation the reconstructed x-y positions of such
ions are biased with an error and the apparent interface width in
APT datasets is increased. Secondly, compositional signals can be
smeared out due to data sampling. Since the detected k/g interfaces
are not perfectly flat and exhibit some roughness and curvature,
concentration gradients in 1D profiles become broadened even if
the ROI is placed perpendicular to the interfaces. The finite sam-
pling bin width (0.3 nm) leads to averaging of compositions of both
abutting phases, increasing the apparent interface width. As for the
proxigrams, the calculated distance of an atom to the nearest iso-
surface is to a certain extent smeared out depending on voxel
size and delocalization values.

When evaluating phase compositions, contributions from
overlapping mass-to-charge peaks must be considered, which are
however not taken into account in the above-shown concentration
profiles and proxigrams. For a more accurate composition analysis
decomposition of overlapping mass-to-charge peaks has to be
performed. Hence, phase compositions were determined by clip-
ping out the phases in the 3D atom maps by iso-concentration
surfaces and subsequently analyzing their individual mass spectra
by decomposition of overlapping mass peaks (C2

þ/C4
2þ and Alþ/

Fe2þ). Threshold values for iso-concentration surfaces that isolate
the k-carbides and g-matrix were chosen as �10 at.% C and �7 at.%
C, respectively. These values correspond to the respective plateau C
concentrations in k and g in the 1D concentration profiles and
exclude the interfacial region from the analyses (Fig. 4(b)). Since no
compositional difference was found between k-carbide particles of
different size and shape, an average composition value from all k-
carbides in the analyzed volume was determined.

The compositions determined, as listed in Table 1, reveal the
same partitioning trend as that obtained from the proxigram
analysis: k-carbides are enriched with Al and C but depleted in Mn.
The elemental partitioning between k and g can be quantified in
terms of the corresponding partitioning coefficients ε

i ¼ cki /cgi ,
where cki and cgi are the concentrations of element i (at.%) in the k
and g phase, respectively. The values of the elemental partitioning
coefficients ε are 0.92, 1.23 and 3.07 for Mn, Al and C, respectively.

3.2. DFT-based investigations of off-stoichiometry and site-
occupancy

As stated before, if the k-carbide had ideal stoichiometry, i.e.
(Fe,Mn)3AlC, its composition should be 60% (FeþMn), 20% Al and
20% C (at.%). However, the measured composition deviates from
these values (Table 2). At first glance, there is an excess of Fe and
Mn and a lack of C whereas the value for Al is close to the ideal
value. The depleted C content indicates that the body-centered
octahedral sites are not completely occupied by C atoms, but are
either left vacant or occupied by metal atoms, e.g. the excess Fe or
Mn atoms. In the following, we will therefore evaluate within DFT
the probability of exchange mechanisms that could explain de-
viations from the ideal L012 structure.

3.2.1. Metal and C sub-lattices interchange
We first compute the energy of Mn-free Fe24Al8C8 k-carbide

with an interchange of a metal atom (Fe/Al) and an interstitial atom
(C) and find it to be approximately 11 eV higher than the k-carbide
without such an interchange. We also investigate the scenario that
Al (or Fe) from the matrix occupies the interstitial C site yielding a
k-carbide with Fe24Al8(Al1C7) or that C from the matrix occupies a
Fe (or Al) metal site yielding Fe24(Al7C1)C8. All these cases are
energetically unfavored, which in turn indicates that metal atoms
stick to substitutional sites, i.e. face-centered and corner sites, and C
vacancies exist.

3.2.2. Al vacancies and FegAl /MngAl anti-sites
The ratio of the Fe/Mn content (sharing the same face-centered

sub-lattice) to the Al content (corner sub-lattice) is experimentally
observed to be 3.4:1, instead of the stoichiometric 3:1, thereby
indicating an excess of Fe and Mn and/or a depletion of Al. The
underlying reason could be: (i) the presence of Al vacancies instead
of a full occupation of this sub-lattice, or (ii) excess Fe or Mn atoms



Fig. 3. Morphology and arrangement of k-carbide precipitates: three representative
reconstructed APT maps of C (purple), Al (green) and Mn (yellow) atoms. The k-carbide
precipitates are visualized with a 9 at.% C iso-concentration surface. (For interpretation
of the references to colour in this figure legend, the reader is referred to the web
version of this article.)

1 GB k-carbides start to precipitate after prolonged 600 �C-aging in this alloy
system, as revealed in Ref. [38] and will be further studied elsewhere. They are
negligible at the 24 h-aged state. In the current work, we concentrate on the off-
stoichiometry of GI k-carbides.
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occupying the Al sub-lattice, i.e., the formation of anti-site defects.
Since the experiments anticipate rather large defect concentrations
in the order of 10% (discussed explicitly in section 4.1), we use the
Fermi distribution

c ¼ 1= 1þ exp
�
Ef =kBT

�h i
; (1)

rather than the Boltzmann distribution [60] to account for the
defect configurational entropy at finite temperatures. Here, Ef is the
0 K formation energy as obtained from DFT, T is the temperature
and kB the Boltzmann constant. The Fermi distribution prevents
that two or more defects are placed at the same lattice site.

In order to consider off-stoichiometric configurations for Al, the
impact of Al vacancies in the k-carbide is investigated by calculating
the formation energy of a vacancy at the Al site using the expression
Ef ðVacAlÞ ¼ E ½ðFe16Mn8ÞðAl7Vac1ÞC8� þ
�
mAl þ m0Al

�

� E½ðFe16Mn8ÞAl8C8�:∞ (2)

Assuming thermodynamic equilibrium between the carbide and
the surroundingmatrix, the chemical potential mAl is determined by
the composition of the matrix material (Table 1), whereas m0Al is the
T ¼ 0 K reference energy (see Appendix for details). E [(Fe16M-
n8)(Al7Vac1)C8] and E [(Fe16Mn8)Al8C8] are bulk energies of k-car-
bide with and without a vacancy, respectively.

Our calculations show that the vacancy formation energy can be
as large as 2.62 eV, if an unstrained k-carbide is assumed, yielding a
diminishingly low Al vacancy concentration (~10�16) at the aging
temperature of 600 �C. The Al vacancy formation energy decreases to
~2.47 eV under consideration of hydrostatic strain induced by the
coherency between the matrix and precipitate, which does not
significantly alter the Al vacancy concentration. Interestingly, the
strain dependence is much more severe in the case of C vacancies as
shown in Ref. [38]. In fact, the experimentally observed C off-
stoichiometry is a direct consequence of the reduction of inherent
elastic strain in the coherent k/g system. The crucial role of elastic
strain in pushing away C from k-carbide was further manifested by
the lower C concentration in coherently strained grain interior (GI)
k-carbides than the incoherent grain boundary (GB) k-carbides.1

However, for the formation of Al vacancies, the elastic strain field
is found to have a negligible effect which is consistent with the
chemical composition measured by APT [38]. While there exists a
noticeable difference in the C concentrations in GI and GB k-carbides,
the difference in Al concentration is smaller. It can be thus concluded
that the formation of Al vacancies in k-carbides at 600 �C is not
energetically favorable and fails to explain the off-stoichiometric Al
concentrations in k-carbides, which also indicates that the substi-
tutional sites are completely occupied by metal atoms.

The next possible scenario considered to explain the Al deple-
tion in the k-carbides is the presence of Fe or Mn anti-site atoms at
the Al sub-lattice. Considering the trend observed by APT that
during precipitation Al partitions into k-carbides while Fe and Mn
out of them (Fig. 4(c), Table 1), this is a consequence of an incom-
plete de-mixing of the metal atoms on the fcc sub-lattices during
precipitate formation. The point defect would still obey stoichi-
ometry, if at the same time an Al anti-site on the Fe/Mn sub-lattice
is formed. Our calculations reveal, however, that the formation of
such stoichiometry conserving defect pairs is energetically not
favored, because the Al anti-site has a high formation energy of
more than 1 eV. The incomplete de-mixing must therefore be
explained assuming a thermal equilibrium with the surrounding
matrix material, as captured by the following expressions for the
formation energies of such Mng

Al or FegAl anti-sites:

Ef ðMngAlÞ ¼ E
h
ðFe16Mn8ÞðMn1Al7ÞC8

i
�
�
E
h
ðFe16Mn8ÞAl8C8

i

þ
�
mMn þ m0Mn

�
�

�
mAl þ m0Al

��
;

(3)

Ef ðFegAlÞ ¼ E
h
ðFe16Mn8ÞðFe1Al7ÞC8

i
�
�
E
h
ðFe16Mn8ÞAl8C8

i

þ
�
mFe þ m0Fe

�
�
�
mAl þ m0Al

��
:

(4)



Fig. 4. (a) Reconstructed APT maps of C (purple), Al (green) and Mn (yellow) atoms. k-carbide precipitates are visualized by a 9 at.% C iso-concentration surface; (b) 1D con-
centration profile of elements along the green cylinder (F ¼ 10 nm) in (a) with a bin size of 0.3 nm. (c) Proxigrams with respect to interfaces between g-matrix and k-carbides
highlighted in blue in (a), calculated with a bin size of 0.3 nm. (For interpretation of the references to colour in this figure legend, the reader is referred to the web version of this
article.)

Table 1
Chemical compositions (at.%) of k-carbides ck and g-matrix cg determined by APT.
Error bars indicate compositional fluctuations among different APT runs, while the
statistical errors are negligible.

Fe Mn Al C

ck 43.4 ± 0.3 23.7 ± 0.3 19.8 ± 0.2 13.2 ± 0.4
cg 53.8 ± 0.2 25.8 ± 0.3 16.1 ± 0.1 4.3 ± 0.2
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Here, E[(Fe16Mn8)(Mn1Al7)C8] and E[(Fe16Mn8)(Fe1Al7)C8] are
the bulk energies of a k-carbide with a Mn or Fe anti-site atom at
the Al sub-lattice. As before, mX (X ¼ Mn, Al or Fe) is the chemical
potential of element X in the surrounding g matrix and m0X are the
T ¼ 0 K reference potentials. The anti-site formation energies are
computed as a function of lattice constant in order to elucidate the
impact of strain induced by the surrounding g matrix on anti-site
formation (yellow shaded region in Fig. 5). Comparing the results
for the pure anti-sites (squared symbols in Fig. 5), we observe that
the Fe anti-site formation energies are substantially higher than for
Mn and will be therefore excluded in the subsequent analysis to
understand the Al off-stoichiometry.

The formation energies can then be used to calculate the
Table 2
The elemental site-occupancy of off-stoichiometric k-carbide precipitate based on APT a

Chemical formula

Composition (at.%) Fe
Mn
Al
C

Occupation of all substitutional sites (%) Fe
Mn
Al

Al depletion on its substitutional sub-lattice (%)
Occupation of body-centered interstitial sub-lattice by C (%)
C depletion on the body-centered interstitial sub-lattice (%)
equilibrium concentrations of Mn and Fe anti-sites using equation
(1). However, the resulting concentration of Mn anti-sites at the
equilibrium lattice constant (approx. 3.78 Å) in the absence of C
vacancies is low (~10�5) and undergoes only a negligible increase
(to 10�4) under volumetric compression (to 3.6 Å, the lattice con-
stant of the gmatrix). These values are still much lower than the Al
depletion measured by APT (~10�1), which is discussed in detail
later in Section 4.1. Hence, a strain effect alone is unable to explain
the Al depletion within the k-carbides.

3.2.3. Combined C depletion and elastic strain effect on MngAl anti-
sites

The experimental determination of k-carbide composition
suggests that not only Al but also C is depleted. The experimental
composition (Table 2) has a C concentration of 13.2 at.%, i.e. lower
than the stoichiometric 20 at.% C. Therefore, we next investigate the
combined effect of C vacancies and elastic strain on theMn anti-site
formation in a supercell (Fe16Mn8)(Mn1Al7)(C8-z Vacz), where the
40 sites contain z vacant body-centered interstitial sites (C va-
cancies) and an excess Mn atom on a Al-site as compared to the
ideal (Fe16Mn8)Al8C8 with all sites (40) being completely occupied.
Choosing only z ¼ 3, which would be closest to the experimental
nalysis in comparison to its ideal stoichiometry.

Ideal stoichiometry Off-stoichiometry

(Fe,Mn)3AlC (Fe2.00Mn1.0)(Mn0.09Al0.91)(C0.61Vac0.39)

60
43.4
23.7

20 19.8
20 13.2

75
49.9
27.3

25 22.8
0 8.8

100 60.8
0 39.2



Fig. 5. Formation energies and concentrations of FegAl and Mng
Al anti-sites as a function of lattice constant for different C environments. The squared symbols in the upper panel

mark the pure anti-site, whereas the circles mark complexes of anti-sites with a certain number of adjacent C vacancies, VacC. In the lower panel a sensitivity analysis for the
dependence of Mn anti-site concentration for different equilibrium temperatures and total C concentrations in the carbide is performed. The possible change of the k lattice constant
(with composition (Fe2.0Mn1.0)(Mn0.125Al0.875)(C0.625Vac0.375)) due to coherency strain to the g matrix is highlighted by the yellow shaded region, where akþg indicates the situation
for an equal volume fraction of both phases. (For interpretation of the references to colour in this figure legend, the reader is referred to the web version of this article.)
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composition, would correspond to a highly ordered vacancy dis-
tribution. Since the C vacancy interaction energies are too small
(approx. 0.1 eV) to stabilize ordering effects at the annealing tem-
perature 600 �C, we assume a random distribution of the C va-
cancies. The probability P(z) of z vacancies on the C sub-lattice
adjacent to the considered anti-site, i.e., in the second nearest
neighbor position, can be calculated using the following expression,

P zð Þ ¼ N!= z! N � zð Þ!ð Þ pð Þz 1� pð Þ N�zð Þ (5)

where N is the total number of adjacent sites on the C sub-lattice
(i.e., N ¼ 8) and p is the probability that a particular site is vacant
(i.e., p ¼ 0.392, see Table 2). Using this combinatorial approach, not
only three (P¼ 28%), but also one (P¼ 10%), two (P¼ 22%) and four
(P ¼ 23%) second neighbor vacancies have a high probability to
occur in a sample with the given composition.

We clearly observe in Fig. 5 that the presence of C vacancies next
to the Mng

Al anti-site reduces the anti-site formation energy. While
the stabilization of the anti-site increases with increasing number
of adjacent C vacancies, the strongest effect is observed for the first
vacancy (i.e. (Fe16Mn8)(Mn1Al7)(C7Vac1), see also Sec. 4.3). The
vacancy effect alone is, however, not sufficient to explain the
experimental anti-site concentrations. Even configurations with no
adjacent C atoms (i.e. z ¼ N ¼ 8) have at the equilibrium lattice
constant akDFT still an anti-site formation energy of ~0.4 eV, which is
too large to yield substantial anti-site concentrations. A remarkable
result is the strong dependence of the anti-site formation energy on
volumetric strain, as soon as C vacancies are present on adjacent
sites (Fig. 5). Under large volumetric compression, e.g., if the k
volume fraction is too small and thus the lattice constant of the
coherent composite is close to that of the g phase, the k-carbide
even becomes unstable, as indicated by the negative formation
energy of the anti-site.

Using the above approach, we can compute the anti-site con-
centration for a given temperature by superimposing all possible
configurations of adjacent C atoms. The results are shown in the
lower panel in Fig. 5 and show an increase by several orders of
magnitude (from 10�4 to 10�1) as the k-carbide undergoes volu-
metric compression due to the lattice misfit with the surrounding
g-matrix. Depending on the degree of compression of k-carbide to
the lattice constant of the surrounding g-matrix (3.6 Å), the cor-
responding anti-site concentration is in the order of 10�1 (see Sec.
4.3 for details).

4. Discussion

4.1. Off-stoichiometry and site-occupancy of k-carbides

The DFT calculations have revealed that (a) metal atoms are
unlikely to occupy interstitial C sites and vice versa (section 3.2.1);
(b) there is a full occupation of substitutional sites since the for-
mation of Al vacancies is not favored (section 3.2.2). Considering (a)
and the APT-measured reduced C content (13.2 at.% as shown in
Table 1) as compared to the ideal stoichiometry (20 at.%), the
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existence of C vacancies is confirmed. Since the existence of va-
cancies scales the elemental composition differently, we transform
the description in terms of atomic percentage (Table 1) into a
chemical formula FeaMnbAlcCx. Here aþbþc¼4 is the number of
substitutional metal sites in a unit cell of L012 structure and x�1 is
the portion of body-centered interstitial sites occupied by C. The
fitting of the measured composition into such a form gives
(Fe2.00Mn1.09Al0.91)(C0.61Vac0.39), fulfilling the substitutional/body-
centered interstitial site ratio of 4:1. As compared to the nominal
(Fe,Mn)3AlC perovskite, there is not only C vacancies but also an Al
depletion in conjunction with an excess of (FeþMn). As shown in
Table 2, instead of occupying 25% of the substitutional sites (corner
sites), Al atoms only occupy 22.8% of them. In other words, 8.8% of
the corner sites are not occupied by Al. This is not apparent, if the
overall Al concentration of almost 20 at.% is considered.

The calculations show that Mn atoms rather than Fe atoms can
fill the corner sites unoccupied by Al, if there is a C vacancy in the
nearest-neighbor configuration and if the carbide is under volu-
metric compressive strain (Fig. 5). If this is applied to the chemical
formula, one obtains (Fe2.00Mn1.0)(Mn0.09Al0.91)(C0.61Vac0.39).

In terms of a 40 atom DFT supercell this composition is best
represented by (Fe16Mn8)(Mn1Al7)(C5Vac3) (Fig. 1(b)). The corre-
sponding Mng

Al anti-site concentration at the experimental tem-
perature of 600 �C found by DFT calculations (Fig. 5) is ~0.1 in the
strained regime, which fits well with the experimental value of 8.8%
(Table 2). The experimentally observed Al depletion can therefore
be explained by the combination ofMng

Al anti-sites and C vacancies
under compressive strain caused by the coherency of the k-
carbides.

4.2. Compositional accuracy of APT measurements

Chemical compositions as determined by APT can be signifi-
cantly affected by measurement conditions [40,49,51,59]. The ef-
fects of measurement parameters, including pulse fraction,
specimen temperature and detection rate, on the apparent com-
positions of this highly alloyed FeeMneAleC steel will be discussed
in another publication [61]. It was found that specimen tempera-
ture has a significant effect on the number of multiple events,
which cause pile-up effects at the detector. The latter can lead to
the preferential loss of a selected species [49e51]. For steels, Fe,
being the main alloying element, produces the highest number of
such multiple hit events and is thus likely to encounter the most
severe detection losses [49e51,61]. The best agreement with the
nominal composition was achieved at 70 K in the studied tem-
perature range from 30 to 70 K [61], which was thereby chosen in
this work. Our finding is also in good agreement with some pre-
vious work on binary FeeC and ternary FeeMneC alloys [49,50],
where the best agreement between APT results and nominal bulk
composition is obtained at 80 K and 60 K, respectively. Further
increases in base temperature can lead to preferential field evap-
oration of selected species between voltage pulses, also referred to
as DC field evaporation [59]. A high pulse fraction is known to
suppress DC field evaporation [40,59]. Here a pulse fraction of 15%
was chosen as a compromise between improved sample yield,
constant pulse fraction throughout the dataset and minimal un-
derestimation of the Mn composition of ~0.5 at.% as compared to a
pulse fraction of 20% [61]. The detection rate has a minor effect on
the apparent composition [61] and a value of 0.5% was chosen as a
compromise between acquisition rate and sample yield.

Another source of error for compositional measurements with
APTare peak overlaps in themass spectrum, i.e. C2

þ/C4
2þ at 24 Da and

Alþ/Fe2þ at 27 Da in these studies (see Fig. 2). The compositions of
k-carbides and the g-matrix are determined by individual mass
spectrum analysis with peak decomposition. Due to multiple
events, the 56Fe2þ isotope with the highest abundance can suffer
most from detection loss, as mentioned above, which also affects
the peak decomposition of the 27 Da peak. The loss of Fe due to
detector pile-up leads to an overestimated Al concentration after
deconvolution of the Alþ/Fe2þ peak at 27 Da [61]. Since the overall
Al concentration is overestimated, the actual Al depletion in k-
carbide may be underestimated. The detection loss of primary
element Fe also results in a slight overestimation of solute C con-
centration even under optimized measurement conditions [49,61],
which suggests a potential underestimation of C depletion in k-
carbide. Additionally, we note that the acquisition parameters were
optimized on homogenized single phase (g) samples, but the field
evaporation behavior of ordered k-carbides is expected to be
different from that of the disordered g-phase.

4.3. Underlying issues related to DFT

The amount of Al depletion derived from our ab initio approach
is also affected by uncertainties, for which we have performed a
sensitivity analysis. First, the calculations are based on the
assumption of a thermal equilibrium that is determined by the
experimentally employed annealing temperature of 600 �C. We
estimate the impact of this assumption by considering in addition
two other temperatures that are 300 K below and above the
annealing temperature, respectively (Fig. 5, lower panel, color
gradient). For these (rather extreme) choices, the anti-site con-
centration changes e depending on the strain state e by up to one
order of magnitude. However, the qualitative picture remains
unchanged.

Second, the derived Al depletion is based on the assumption
that in the experimental samples the C vacancies are mesoscopi-
cally homogeneously, but locally randomly distributed. To estimate
the impact of C fluctuations we therefore change the overall C
concentration from the experimental value (13.2 at.%) to 11 at.% and
16 at.%, respectively (Fig. 5, lower panel, red shading). As can be
seen this has only little impact (approx. factor 2) on the resulting
anti-site concentration.

Consequently, as outlined in the result part, the predicted anti-
site concentration mainly depends on the volumetric strain, which
is a direct consequence of the coherency to the g-matrix. We
therefore look in more detail on this aspect. Depending on the
volume fraction of both phases [38], the equilibrium value of lattice
parameter of the carbide-matrix composite can vary between the
lattice parameter of k-carbide and that of the g-matrix (Fig. 5,
yellow shaded region). For the latter synchrotron radiation yielded
3.68 Å, slightly deviating from 3.6 Å as predicted by our DFT cal-
culations. This discrepancy can be due to the approximation of the
exchange-correlation functional in DFT. Further, our finite supercell
size yields a small deviation between the experimental and theo-
retical composition (53.8Fe-25.8Mn-16.1Al-4.3C vs 54.5Fe-27.3Mn-
15.2Ale3C, at.%, respectively), in particular a lower Al concentration
that can result in different lattice constants. Another reason may be
our assumption of an anti-ferromagnetic rather than a para-
magnetic spin configuration (see Appendix). For consistency
reason, we have used in Fig. 5 the DFT lattice constant of 3.6 Å for
the lower boundary. Due to the above considerations, the lattice
constant akþg highlighted in Fig. 5 for the composite (determined
by taking the elastic strain energy into account) can only serve as an
estimate, indicating that anti-site concentrations of several percent
are predicted by our ab-initio approach.

In order to understand the surprisingly strong dependence of
the anti-site formation energy on the C vacancy content in the
regime of large volumetric strain, we investigated the effect of
strain on the binding energy between Al and C in pure g-Fe. Our
results show that this binding energy changes from repulsion to
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attraction when going from the strain free to the maximum
strained configuration. The negligible effect of large volumetric
strain on the anti-site formation in the absence of C vacancies
(Fig. 5) can, therefore, be explained such that the energy gain from
the formation of Mn anti-site under strain is compensated by the
stronger loss of AleC binding energy. Once the first C vacancy is
present, i.e. there are less C atoms than Al atoms in the system, the
formation energy of Mng

Al anti-site is significantly reduced (Fig. 5).

5. Conclusions

We have investigated the off-stoichiometry and site-occupancy
of k-carbides in austenitic Fe-29.8Mn-7.7Al-1.3C low density steels
by combined APT and DFT. The chemical composition of the k-
carbides determined by APT was found to be off-stoichiometric.
Compared to the expected stoichiometric bulk L012 perovskite
composition, sub-lattice depletion was detected not only for the
interstitial C sites but also for the substitutional Al sites. DFT cal-
culations were employed to understand the off-stoichiometry and
predict the corresponding site-occupancy for the chemical com-
positions measured by APT. The formation of Al vacancies and the
corresponding reduction of the elastic coherency strains, which
was found in a previous study to cause the C depletion in k-carbides
[38], cannot explain the detected Al depletion in k-carbides.
Instead, the off-stoichiometry is a consequence of rather low for-
mation energies for Mng

Al anti-sites when assuming thermody-
namic equilibrium of this defect with the surrounding matrix. Such
Mng

Al anti-sites are energetically favored under compressive elastic
strain (as occurring in coherent k-carbide precipitates) only if
neighboring C vacancies are present.

Hence, based on this joint APT and DFT work we have success-
fully explained that the Al depletion of coherent k-carbide in a g-
matrix is occurring concurrently with a reduced C content in the
precipitate. This off-stoichiometry is expected to modify the
strengthening effect by the precipitate due to reduction in APB
energy and should therefore be taken into account in the further
modeling of the plasticity mechanisms such as SIP or MBIP.
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Appendix

Determination of chemical potentials in the matrix material

We compute the Al vacancy formation energy and anti-site
formation energies from the chemical potentials determined by
the composition of the matrix. The experimental composition of
the g-matrix as determined by atom probe tomography (Fe-
25.8Mn-16.1Al-4.3C in at.%) is approximated within our theory by
choosing a chemically disordered 2 � 2 � 2 supercell (SC) with a
composition of FexMnyAlz. Here, the special quasi random structure
(SQS) scheme has been employed. We choose antiferromagnetic
(AFM) ordering, which is found to be the magnetic ground state for
the chemically disordered structures, instead of the PM state,
which is more realistic at finite temperatures. This is based on our
findings discussed in Ref. [38] which shows that magnetism has no
significant impact on structural properties of k-carbide and its off-
stoichiometric C concentration as well as the assumption that
similar arguments also hold for the g-matrix.

The first step to obtain chemical potentials is to determine the
formation energy of the alloy with a composition (without C) close
to the experimental composition as given by

Ef ¼ Eg
�
FexMnyAlz

�� xm0Fe � ym0Mn � zm0Al: (A.1)

Here, Eg½FexMnyAlz� is the total energy obtained by full relaxa-
tion of the SC with x, y and z being total number of Fe, Mn and Al
atoms. m0X is the bulk total energy per atom of the element X (¼Fe,
Mn or Al) and serves as a reference in the following. We choose
AFM fcc Fe, AFM fcc Mn and NM fcc Al in order to calculate the total
energy of elemental crystals. In the next step, the desired chemical
potentials mX of Fe, Mn and Al in the matrix are derived from a self-
consistent set of equations. On one hand, the formation energy
obtained using Eq. (A.1) can be related to the chemical potentials by

xmFe þ ymMn þ zmAl ¼ Ef ; mX ¼ mX � m0X (A.2)

i.e. xmFe þ ymMn þ zmAl ¼ Eg½FexMnyAlz�.
Note that the additionally defined potentials mX depend on the

specific choice of the pseudopotential in the ab initio calculations.
Therefore, only the subtraction of the bulk energies (m0X) from mX
makes mX a physical quantity that can be related to an experimental
composition. On the other hand, the exchange of atoms can be
expressed by these additional potentials. If, for example, one Fe
atom in the SC is substituted by a Mn atom, this yields

Eg
�
Fex�1Mnyþ1Alz

� ¼ Eg
�
FexMnyAlz

�� mFe þ mMn (A.3)

Similarly, the substitution of a Fe atom in SC by Al atom yields

Eg
�
Fex�1MnyAlzþ1

� ¼ Eg
�
FexMnyAlz

�� mFe þ mAl (A.4)

In order to obtain the chemical potentials for the composition
Fe3:6Mn1:8AlC0:2, DFT calculations for the SQS cell Fe18Mn9Al5, and
the defect SC's Fe17Mn10Al5 and Fe17Mn9Al6 have been considered
in Eqns. (A.2) e (A.4), respectively. Note that certain deviations in
the values of chemical potentials are present depending upon the
choice made in substitution of atoms in Eqns. (A.3) e (A.4), how-
ever, this leads tominor changes in the results obtained for vacancy
and anti-site formation energies.
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