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High-entropy alloys (HEAs) with multiple principal elements open up a practically infinite
space for designing novel materials. Probing this huge material universe requires the use of
combinatorial and high-throughput synthesis and processing methods. Here, we present and
discuss four different combinatorial experimental methods that have been used to accelerate the
development of novel HEAs, namely, rapid alloy prototyping, diffusion-multiples, laser additive
manufacturing, and combinatorial co-deposition of thin-film materials libraries. While the first
three approaches are bulk methods which allow for downstream processing and microstructure
adaptation, the latter technique is a thin-film method capable of efficiently synthesizing wider
ranges of composition and using high-throughput measurement techniques to characterize their
structure and properties. Additional coupling of these high-throughput experimental methodologies
with theoretical guidance regarding specific target features such as phase (meta)stability allows for
effective screening of novel HEAs with beneficial property profiles.

. INTRODUCTION AND MOTIVATION FOR
COMBINATORIAL SYNTHESIS OF HIGH-ENTROPY
ALLOYS

High-entropy alloys (HEAs) are multicomponent me-
tallic materials consisting of four or more elements in
high or even equimolar fractions.'™'® This design princi-
ple originally aimed at the stabilization of single phase
massive solid solutions through high configurational
entropy.' Also, it shifts the search space for new alloys
from the corners toward the centers of phase diagrams.
Beyond the original concept of single phase solid
solutions, several variants of this new design approach
have been suggested including nonequiatomic, multiphase,
interstitial, duplex, precipitate containing, and metastable
HEAs.*'""'® As shown in Fig. 1, several typical HEA
systems have been developed, including face-centered
cubic (FCC) structure-based strong and ductile HEAs,
body-centered cubic (BCC) structure-based refractory
HEAs, hexagonal-close packed (HCP) structure-based
HEAs, light-weight HEAs, and precious-metal functional
HEAs. The number of HEA compositions explored is
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increasing rapidly due to the growing research efforts in
this field, driven by promising properties which have been
observed for some of these materials such as for instance
good cryogenic toughness and high strain hardening.3’6’l7

The main challenge that HEA research is facing is how
to explore the huge compositional and microstructural
spaces, with the aim to efficiently identify novel materials
with promising property profiles or even so far undiscov-
ered features. Therefore, we review several approaches
which have been used for the efficient, combinatorial, and
high-throughput metallurgical synthesis and processing of
such alloys.

Four main directions are presented and discussed. The
first one is rapid alloy prototyping (RAP) which basically
consists in an efficient coupling of casting, hot rolling,
homogenization, cold rolling, and recrystallization
annealing in conjunction with subsequent characteriza-
tion of microstructure and properties.''” The second one
utilizes diffusion couples which can serve for alloy
synthesis through systematic intermixing among blocks
of pre-alloyed composition.zo’22 The third one is combi-
natorial laser additive manufacturing (LAM) methods that
enable synthesis of compositionally graded materials
which allows many variants to be probed efficiently for
instance by using established micromechanical testing
methods.”> The fourth one consists in combinatorial

© Materials Research Society 2018 1


mailto:zhiming.li@mpie.de
mailto:d.raabe@mpie.de
http://crossmark.crossref.org/dialog/?doi=10.1557/jmr.2018.214&domain=pdf
https://www.cambridge.org/core
https://www.cambridge.org/core/terms
https://doi.org/10.1557/jmr.2018.214

Downloaded from https://www.cambridge.org/core. The Ohio State University Libraries, on 18 Jul 2018 at 08:42:09, subject to the Cambridge Core terms of use, available at https://www.cambridge.org/core/terms. https://doi.org/10.1557/jmr.2018.214

Z. Li et al.: Combinatorial metallurgical synthesis and processing of high-entropy alloys

synthesis of multinary thin-film materials libraries, i.e., well-
defined and large thin-film composition gradients across
a substrate wafer fabricated in a single experiment.”*

In the following, we present these methods and provide
examples of their use in the field of HEA development.
Also, we critically discuss them regarding aspects such as
compositional homogeneity, microstructure effects, and
size dependence. The related characterization methods
for samples produced by different combinatorial synthe-
sis techniques are briefly introduced. Additionally, we
reflect the advantages and disadvantages of the different
combinatorial synthesis techniques and compare them
with each other to provide guidance for identifying the
appropriate methods for specific combinatorial HEA
studies.

Il. RAP OF BULK HEAs

The recently developed bulk combinatorial metallur-
gical screening method, referred to as RAP,'® is a semi-
continuous high-throughput bulk casting, rolling, heat
treatment and sample preparation approach and has been
successfully applied to screening weight-reduced steels
with twinning induced plasticity (TWIP),'®* high
strength martensitic steels,'” and HEAs.*'? Since this
approach involves synthesizing bulk samples of specific
compositions, it is particularly appropriate for screening
structural alloys, where the strength, toughness, and
ductility are strongly dependent on the entire thermome-
chanical history and microstructural evolution with
strong effects associated with internal length scales such
as grain size and phase dispersion.

For the 3d transition metal HEAs, well-established
bulk metallurgical processes are capable of synthesizing
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high-quality sheets by controlling the thermomechanical
processing parameters properly. The RAP technique has
been used for rapid trend screening of suited alloy
compositions. As schematically illustrated in Fig. 2(a),
the RAP approach enables casting of five different alloys
with tuned compositions of an alloy system in one
operation. This is achieved by using a set of five copper
molds which can be moved stepwise inside the furnace.'®
Although the solidification rate in the RAP casting setup
is deliberately high to avoid macrosegregations, in as-cast
condition, the distributions of multiple principal elements
are typically not fully homogeneous in the bulk HEAs
with their coarse dendritic microstructure owing to
classical Scheil segregation.”® Following casting, the
alloy blocks with a thickness of 10 mm and varying
compositions are subsequently hot-rolled in air [Fig. 2(b)].
This step is required for removing the dendritic micro-
structure and possible inherited casting porosity. The hot-
rolling temperature can be adjusted for the specific HEA
compositions and the rolling reduction is generally above
50%. Sometimes, even the hot-rolled HEAs still carry
some inherited compositional inhomogeneity. Therefore,
after the last hot-rolling pass, the HEA plates are
homogenized at high temperatures (e.g., 1200 °C) for
several hours (e.g., 2 h) under Ar atmosphere, followed
by water quenching [Fig. 2(c)]. For HEAs, appropriate
homogenization is critically important for achieving
uniform distributions of the multiple principal elements
in the solid solution structure owing to the sometimes low
substitutional diffusion constants in these materials.
Hence the homogenization time should consider the
diffusion kinetics and the dimensions of the alloys
sheets—generally, the larger (or thicker) the alloy
sheets, the longer the required homogenization time.
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FIG. 1. Element groupings highlighting the main ingredients used to synthesize alloys pertaining to the five most typical HEA families, i.e., FCC-
based strong and ductile HEAs, BCC-based refractory HEAs, HCP structured HEAs, light weight HEAs, and precious functional HEAs. For
simplicity, other HEA systems or variants of the alloy classes mentioned above including other substitutional elements or interstitial ones such as B,

C, N, O, etc. are not color-coded here.
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The homogenized HEA plates are cut perpendicular to
the hot-rolling direction to obtain some segments with
smaller size for the subsequent processes and character-
ization [Fig. 2(c)]. The homogenized HEAs generally
show homogeneous distribution of the multiple principal
elements and are devoid of cracks or pores. HEAs
with higher amounts of Mn (e.g., >10 at.%), however,
may contain inclusions enriched in Mn which are often
hard to remove even when imposing with long-term
homogenization.

Since the homogenized HEA plates generally exhibit
a large grain size, cold-rolling [Fig. 2(d)] and annealing
[Fig. 2(e)] processes are required to refine the micro-
structure toward better mechanical properties. The thick-
ness reduction during cold-rolling is generally higher
than 50% to obtain a fully deformed microstructure and
sufficient stored strain energy in the alloys. Annealing is
conducted for recrystallization of the microstructure and
for the control of the grain sizes; hence, times and
temperatures are in each case adjusted according to the
targeted grain sizes and crystallographic textures. After
these microstructure-tuning processing steps, samples for
microstructure investigation and performance testing are
machined from the alloy segments by spark erosion.

T /°C, thickness %

For accelerated alloy development, high efficiency of this
cutting process is realized by clamping the five alloy
segments on top of each other for simultaneous machin-
ing [Fig. 2(e)]. For this purpose, proper marks should be
placed on the alloy sheets with varying compositions and
processing parameters. Following the sample preparation,
various characterizations [Fig. 2(f)] can be efficiently
performed to probe the composition—microstructure—
property relationships in the HEA systems.

As mentioned above, alloys with an identical bulk
composition but in different processing conditions may
have significantly different compositional homogeneity
state, microstructure, and properties. This is a general
scenario for all alloys including RAP-processed HEAs. As
a typical example, Fig. 3 shows the microstructure,
compositional homogeneity state, and tensile properties
of a recently developed interstitially carbon alloyed HEA
at various conditions during the RAP process. The
nominal composition of the interstitial HEA is Fe49 sMn3q.
Co19Cr1gCo5s (at.%) and it shows joint activation of
mechanical twinning and phase transformation from the
FCC to the HCP phase upon strain loading. The novel
material is thus referred to as “TWIP-TRIP-iIHEA” (TWIP:
twinning-induced plasticity; TRIP: transformation-induced
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FIG. 2. Schematic sketches illustrating the RAP approach for combinatorial synthesis and processing of HEAs. (a) Multiple casting; (b) hot-
rolling; (c) homogenization and cutting; (d) cold-rolling; (e) annealing and cutting; (f) characterization. The RAP approach can also be applied to

many other material systems including advanced high-strength steels.'®
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plasticity; iHEA: interstitial high-entropy alloy).26’28 The
microstructure of the as-cast iHEA shows a coarse-grained
FCC matrix (~300 pm) containing a number of HCP
islands [Fig. 3(a);_»]. The BSE image [Fig. 3(a),] and
energy dispersive X-ray spectroscopy (EDS) map of Mn
[Fig. 3(a)3] probed on an identical sample region reveal the
cast dendrites with inhomogeneous elemental distribution.
Basically, the HCP islands locate at the regions depleted in
Mn and enriched in Fe.*® This can be explained by the fact
that regions depleted in Mn and enriched in Fe have lower
stacking fault energy, hence, promoting formation of the
HCP phase compared to the regions enriched in Mn and
depleted in Fe.”” By contrast, the microstructure of the
homogenized iHEA shows a dual-phase (FCC & HCP)
microstructure with equiaxed FCC grains [Fig. 3(b);_,]
and uniformly distributed elements [Fig. 3(1:))3].27 These
differences in microstructure and compositional homoge-
neity clearly influence the mechanical propertties, i.e., the
as-cast coarse-grained iHEA shows significantly reduced
ductility and strain-hardening compared to the homoge-
nized counterpart [Fig. 3(e)]. The detrimental effect of
compositional inhomogeneity on mechanical properties of
the coarse-grained iHEA was attributed to the preferred
deformation-driven phase transformation occurring in the
Mn depleted regions with lower stacking fault energy,
promoting early stress—strain localization.”® After grain

200 um

refinement, although the iHEAs with and without compo-
sitional homogeneity show similar recrystallized micro-
structure with identical average grain size, as presented in
Figs. 3(c) and 3(d), respectively, the alloy without com-
positional homogeneity (directly cold-rolled and annealed
after casting) was characterized by almost total loss in
work-hardening [Fig. 3(e)]. This was attributed to the large
local shear strains caused by the inhomogeneous planar
slip in the compositionally inhomogeneous iHEA. These
observations clearly suggest the importance of appropriate
processing for the development of advanced HEAs.

Since bulk samples can be produced by the RAP
technique, all characterization methods used in conven-
tional one-alloy-at-a-time practice, such as X-ray diffrac-
tion (XRD), electron backscatter diffraction (EBSD),
EDS, tensile testing, etc., can also be applied to explore
the composition—microstructure—property relationships in
the combinatorial RAP-processed HEAs. However, the
number of alloy compositions that can be probed in one
RAP practice is relatively limited (generally 5) compared
to other combinatorial synthesis techniques discussed
later.

To promote the efficient combinatorial development of
HEAs, theoretical guidance is critically important, capa-
ble of suggesting suited mechanical, stability, corrosion
or magnetic trends for the design of alloy
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FIG. 3. Microstructure, compositional homogeneity state, and tensile properties of an iHEA with nominal composition of Fe49 sMn3qCo;¢Cr;0Co.s
(at.%) in various processing conditions obtained after specific steps of RAP. (a;), (a,), and (a3) are the EBSD phase map, BSE image, and Mn EDS
map of an identical region in the as-cast sample, respectively. (b;), (b,), and (b3) are the EBSD phase map, BSE image, and Mn EDS map of an
identical region in the homogenized sample, respectively. (c) BSE image of the sample processed by homogenization, cold-rolling, and annealing.
(d) BSE image of the directly cold-rolled and annealed sample after casting. (e) Tensile stress—strain curves of the iHEA samples in various
processing conditions. “FCC”, “HCP”, and “HAGB?” refer to FCC phase, hexagonal close-packed phase, and high angle grain boundaries with
misorientation larger than 15°. “HR”, “Homo”, and “CR” refer to hot-rolling, homogenization, and cold-rolling, respectively. “EDS” and “EBSD”
refer to EDS and EBSD, respectively. Tensile data are mainly taken from Ref. 26.
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compositions.é’”’32 For instance, to design strong and
ductile HEAs with the assistance of simulations and the
RAP technique, we found that the phase (meta)stability
of the HEAs is a key feature to tune the compositions of
certain HEA systems to introduce activation of multiple
deformation mechanisms, thereby improving the range of
accessible strength—ductility combinations.”® More spe-
cifically, for FCC-structured HEA systems, the phase
(meta)stability can be represented by the intrinsic stack-
ing fault energy which is mainly determined by the free
energy difference between the FCC and HCP phases.
Accordingly, parameter-free ab initio simulations and
thermodynamic calculations are powerful to obtain stack-
ing fault energies and/or free energy differences between
phases to assist the combinatorial HEA development.~*

lll. DIFFUSION-MULTIPLE PROBING OF HEAs

As an extension of diffusion-couples, diffusion-
multiples allow three or more metal blocks to be placed
in diffusional contact, which enables the probing of

B

Mixed
region

ternary and higher-order alloy systems. Generally, such
diffusion-multiple setups are subjected to a high temper-
ature to induce thermal interdiffusion to form continu-
ously compositionally graded solid solutions and/or
intermetallic compounds.zo’21 The primary investigations
on the combinatorial design of alloys by diffusion-
multiples have been conducted by Zhao et al. during
the past years.”>*'**3> They demonstrated that for binary
and ternary systems, complete composition libraries of all
single-phase regions (including intermetallic compounds)
can be achieved by using diffusion multiples.?’2!-34-3
Currently, this technique is also being extended to the
high-throughput  development of multicomponent
HEAs.”?

Figure 4 presents some typical examples of diffusion-
multiple setups for combinatorial HEA research and
discovery. For four-component systems (ABCD), four
pure metal blocks can be used to build the assembly, and
the quaternary mixed region is located at the center of the
whole assembly [Fig. 4(a)]. Also, setup made by one
block of an equiatomic binary alloy (e.g., AsoBsp) and

As0B50

Four-component system (ABCD)

(a)

Mixed region

As0Bs50

(b)

Cs0Ds0

(c) Five-component system (ABCDE)

FIG. 4. Schematic sketches showing some examples of diffusion-multiple setups for combinational HEA research. (a and b) Two typical setups for
four-component alloy systems. (c) A typical setup for five-component HEA systems.>'*>
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two pure metal blocks (e.g., C and D, respectively) can
be used to investigate the four-component systems
[Fig. 4(b)]. For five-component systems (ABCDE), two
different binary alloy blocks (e.g., AsoBso and CsgDs,
respectively) together with one pure metal block (e.g., E)
are suitable for building a diffusion-multiple assembly
[Fig. 4(c)].

In a diffusion-multiple assembly, the contacted surfa-
ces of different metal blocks are required to be polished
and cleaned without contamination. Generally, to avoid
contamination from the environment, the assembly needs
to be evacuated and welded in vacuum along the periph-
eral junction using methods such as electron beam weld-
ing.> The whole assembly is then treated in a hot isostatic
pressing condition at a high temperature (e.g., 1200 °C) for
several hours to achieve intimate interfacial contacts of all
constituent blocks. Subsequently, the diffusion multiple is
heat-treated at a high temperature (e.g., 1200 °C) for a long
period (generally above 24 h). The total time of heat
treatment at high-temperature is determined for achieving
diffusion profiles with sufficiently large extension so that
the solid-solution phases and/or intermetallic compounds
formed in the diffusion multiple are large enough to be
subsequently characterized without interference from
neighboring phases.

Besides the sample-making process, the diffusion-
multiple technique also involves the localized property
measurements using multiple microscale probing meth-
ods. Since the phases formed in a diffusion-multiple have
a very small length scale, many of the commonly used
characterization techniques in conventional one-alloy-at-
a-time practice cannot be directly applied, and therefore
the characterization of different phases is conducted at the
microscale.

After the high-temperature heat-treatment, the
diffusion-multiple can be cut, ground, and polished for
various local measurements. This enables efficient prob-
ing of corresponding composition—structure—property
relationships for the various solid-solution phases and/
or intermetallic compounds, which is significantly more
effective than the conventional one-composition-at-a-
time approach. There are a number of probing methods
applicable to the localized measurements for diffusion
multiples, including electron probe micro-analysis,
EBSD, instrumented nanoindentation, and microscale
thermal conductivity evaluation. With the capability of
detecting elements covering most of the periodic table
(from Be to U), EMPA’® can provide accurate compo-
sitional information of the diffusion regions. EBSD?’8
can be used to identify the crystal structure of the solid-
solution phases and/or intermetallic compounds formed
in the diffusion multiples. In an experimental EBSD
pattern, since phase identification is conducted by a di-
rect match of the diffraction bands with simulated
patterns generated using known structures and lattice

parameters, all known crystal structures in the sample
are required to be considered by EBSD probing.
Therefore, EBSD is not applicable to readily identify
unknown phases or those with closely related space
group relationships (e.g., an ordered phase from its
disordered parent) in the diffusion-multiple sample,
which can frequently happen in HEA development. In
this regard, the combination of focused ion beam (FIB)
and transmission electron microscopy (TEM) is an
applicable approach to overcome this limitation of
EBSD characterization. The FIB technique enables the
preparation of site-specific thin foil samples from the
interested regions in the diffusion-multiple, and TEM
allows the precise determination of crystal structures
and even some physical and chemical properties of the
targeted region of interest.””** Therefore, by using
EBSD to identify known phases and FIB-TEM combi-
nation to investigate the unknown phases, most struc-
tures in diffusion multiples can be revealed effectively.

Mechanical, physical, and chemical properties of
various solid-solution phases and/or intermetallic com-
pounds in the diffusion couples can also be probed by
microscale techniques such as instrumented nanoinden-
tation, dynamic force modulation atomic force micros-
copy (AFM), or the time-domain thermoreflectance
technique. Nanoindentation*' ™ enables efficient
hardness measurements of microscale phases. The
composition—structure—hardness relationships obtained
for various phases in the diffusion couples reflect the
solution hardening/strengthening behavior and thus are
very useful for the design of novel high-strength HEAs.
Nanoindentation is also suited to measure the reduced
elastic modulus of the materials,‘“’44 where ‘“reduced”
refers to the fact that a mixed measure of the intrinsic
elastic modulus normalized by the Poisson ratio is
retrieved by indentation. Dynamic force modulation
AFM using a nanoindenter tip and a suited sensing
system is applicable for micro- and nanoscale measure-
ments of the Young’s modulus with rather high
accuracy.*’ Thermal conductivity measurements at the
microscale for the phases in such diffusion couples can
be conducted by using a time-domain thermoreflectance
technique.zo’46 The obtained thermal conductivity
data of metallic phases and/or intermetallic compounds
are strongly associated with elemental substitution,
point defects, and ordering and can be used to guide
the alloy design. Additionally, by using the FIB tech-
nique mentioned above, micro- and nanopillars can be
prepared and tested under scanning electron microscopy
(SEM) to obtain compressive strength and roughly
estimate ductility of the solid-solution phases and/or
intermetallic compounds in the diffusion couples, al-
though this is generally not very efficient compared to
that using bulk samples with the RAP technique
discussed above.
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The diffusion-multiple technique has been proven to
be powerful for the combinatorial research and develop-
ment of multicomponent HEAs. For instance, Wilson
et al.*? used the Co—Cr—Fe—Mn-Ni quinary diffusion
multiples with a setup shown in Fig. 4(c) to accelerate
alloy development in this HEA system. They confirmed
that a disordered quinary region with FCC structure can
be formed in the diffusion multiple, and the disordered
quinary region was examined by using EDS and nano-
indentation. The results of nanoindentation hardness and
atomic mismatch*’ (calculated from the EDS results) are
plotted in Fig. 5 and reveal that the highest hardness did
not correlate well with the maximum in atomic mismatch,
suggesting that the severe lattice distortion hypothesis is
not a predominant factor for the strengthening of the
single phase solid solution in the Co-Cr—Fe-Mn-Ni
HEA system.22

In principle, all possible compositional variants (i.e.,
complete composition libraries) of single-phase regions
of a given HEA system could be produced in a properly
constructed diffusion-multiple, although the size of a cer-
tain compositional variant might be too small to be
efficiently characterized. Also, the sample-making pro-
cess of a diffusion multiple is associated with relatively
low costs compared to other combinatorial techniques
discussed in this review. Therefore, the diffusion-multiple
technique has its unique advantages and could be applied
extensively for future HEA development when screening
wider ranges of phase states and properties that can be
probed without the necessity of using larger samples.

IV. COMBINATORIAL LAM OF HEAs

LAM has been used as an efficient rapid solidification
technique for synthesizing bulk HEAs.**>! An important
advantage of LAM is that it also provides the possibility
to explore materials that cannot be cast conventionally,
e.g., alloys containing solute ingredients above the
solubility limit or elements that are metallurgically hard
to blend for instance due to vapor pressure limits. This
inherent advantage of LAM is due to its rapid melting
and solidification kinetics applied to confined volume
regions of the melt pool exposed to the laser.** % There
are mainly two types of LAM approaches that can be
used in that context, i.e., laser metal deposition (LMD)
and selective laser melting (SLM).>®> The LMD process
has also been referred to as laser engineered net shaping
(LENS). During LMD [Fig. 6(a)], the alloy or premixed
powder blends are transferred into the interaction zone of
the laser beam and onto the substrate by injecting them
through nozzles with a carrier gas (e.g., Ar). In the SLM
process,”'>* a laser beam is scanning over a powder
layer, melting it locally. A fresh powder layer bed is
applied after each areal laser scan and the process is then
repeated after the respective 2D layered portion of the
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FIG. 5. Direct comparison of microhardness and atomic mismatch &
(the mean square deviation of the atomic size of elements*’) in
a section of a diffusion region in a Co-Cr-Fe-Mn-Ni quinary

diffusion multiple made of FesoMns,, CosgNisg, and Ni. Data points
are mainly taken from Ref. 22.

shape of the part has been built stepwise in the preceding
layers. Both the various types of LMD and SLM methods
have been used to produce bulk HEAs.*>! For instance,
Joseph et al.* fabricated bulk Al,CoCrFeNi (x = 0.3,
0.6, and 0.85 M fraction) HEAs by utilizing an LMD
process, in this case referred to as direct laser fabrication
in Ref. 49, from simple elemental powder blends. The
resultant alloys showed indeed similar mechanical prop-
erties as the reference specimens that had been prepared
via conventional arc-melting and solidification. Brif
et al’! investigated the four-component equiatomic
FeCoCrNi HEA prepared by SLM from a pre-alloyed
and gas-atomized powder. The so-produced alloy showed
significantly enhanced yield and ultimate tensile strengths
compared to reference material that had been produced
by conventional casting. This effect was attributed to the
fine microstructure of the single-phase FCC solid solution
obtained by laser melting and the associated rapid
solidification.

Other than the ability of efficiently synthesizing bulk
HEAs with a uniform composition across a single part as
discussed above, LAM can also be used to produce
compositionally graded metal alloys, which renders it
a powerful combinatorial approach for rapid alloy de-
velopment.23’52’54’55 In regard to the above-introduced
two types of LAM methods, LMD is an ideal technique
for building up compositionally graded materials and in
situ synthesis of new materials, while the SLM is
generally less suited to fabricate samples with composi-
tional gradients as the process requires a homogeneous
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FIG. 6. (a) Schematic sketch showing the LMD process and its capability for producing multilayered bulk alloys. During the LMD process, the
premixed powders are transferred into the interaction zone of the laser beam and onto the substrate by injecting them through nozzles with a carrier
plasma gas. All blends can be obtained by fractionized contribution from the different feeding powders with different compositions. Powders are
mixed in a separate chamber prior to injection. (b—e) Schematic sketches showing some examples of the different compositionally graded alloys
including HEAs that can be achieved by the LMD process. The colors in (b)—(e) refer to alloys of different compositions and blended colors

represent that a transition is introduced from one composition to another.

powder bed.”>** The current commercial LMD systems
can be installed with four or more different feedstock
nozzles to deliver powders with varying compositions to
the laser, which allows for a nearly infinite combination
of compositional gradients.52 Figures 6(b)-6(e) show the
schematic sketches of four different compositionally
graded alloys including HEAs that can be efficiently
synthesized by the aid of the LMD process. The
compositionally gradient part can be designed to include
have large compositional steps [Fig. 6(b)], and it can also
proceed with a smoothly graded transition from one
composition to another [Figs. 6(c) and 6(d)].>> Also,
metal-matrix composites, e.g., nanoparticle-reinforced
HEA-based materials, graded with a matrix can be
fabricated by LMD, as schematically illustrated in
Fig. 6(e). This can be realized when one of the powders
being transferred into the laser has a significantly higher
melting temperature than the others, thereby those par-
ticles would not readily pre-alloy with powders of lower
melting point.52

Fabricating compositionally graded parts via laser
deposition has been shown as an attractive approach to
systematically screen the influence of compositional
changes on microstructural evolution and associated
physical and mechanical properties of HEAs. For

instance, Borkar et al.>® studied the compositionally

graded Al,CrCuFeNi, (0 < x < 1.5) HEAs (referred to
as complex concentrated alloys in Ref. 23) produced by
laser deposition (referred to as LENS process in Ref. 23)
from elemental powder blends. They found that the
microstructure of the HEAs gradually changes from an
FCC matrix containing an ordered L1, phase to a BCC
matrix containing an ordered B2 phase.”> Moreover, as
shown in Fig. 7, the microhardness gradually increases
with the increase of Al content, while the saturation
magnetization and coercivity increase and reach a maxi-
mum value when x = 1.3.%* These findings demonstrated
that compositional gradients prepared by laser deposition
provide a powerful combinational approach for probing
composition—microstructure—property  relationship in
HEAs.

The number of compositional variants that is accessi-
ble in compositionally graded HEA samples produced by
combinatorial laser deposition process is huge, although
the process is associated with relatively high costs,
particularly due to the requirement of feeding large
amounts of powders, many of which need to be carefully
and cleanly pre-alloyed and produced by established
powder metallurgical methods. Basically, the character-
ization techniques applicable to the diffusion-multiple
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FIG. 7. Microhardness values and magnetic properties along the

length direction of the compositionally graded Al,CrCuFeNi, (0 < x

< 1.5) HEAs produced by laser deposition. The compositional

gradient has a length of ~25 mm. Ms and Hc refer to saturation

magnetization and coercivity, respectively. Data points are mainly
taken from Ref. 23.

samples discussed above can also be used for laser
deposited graded samples. Also, the combinatorial laser
deposition process can be used to tap novel HEAs that
cannot be cast conventionally, e.g., those containing
solute contents above the solubility limit, as the laser
process involves rapid solidification. This is particularly
relevant to HEAs since rapid solidification reduces
segregations in such multiple principal element systems.

V. COMBINATORIAL THIN-FILM SYNTHESIS OF
HEAs

Alloy design can be accelerated by combinatorial thin-
film synthesis for the efficient exploration of special
compositional ranges, which, e.g., show crystal structures
suitable for functional applications, e.g., for the develop-
ment of functional materials such as shape memory
alloys.® This results from the fact that for many
functional materials, the intrinsic material characteristics
such as reversibility of phase transformations™® are
essentially dependent on the chemical composition and
are more critical than structural properties that are

strongly dependent on microstructure and sample dimen-
sions. Whereas the exploration of compositional and
crystal structure phase space is well addressed by the
thin-film combinatorial approach, it is currently investi-
gated how this approach can be extended to include also
effects of the microstructure, e.g., by using step heaters
for the systematic variation of thin-film microstructures.®’

The combinatorial methodology applied to thin film
growth consists of forming controlled composition gra-
dients from multiple physical deposition sources, most
frequently magnetron sputter sources, due to their broad
applicability.”*>® The result is a materials library com-
prised of smoothly changing mixtures of the source
materials which are characterized by high-throughput
methods to identify the optimum composition or range
of compositions for one or multiple properties of interest.
Because all compositions in a library have been formed at
the same time, with the same conditions, and can be
further processed together (e.g., annealing, environmental
exposure), many sources of sample-to-sample variability
can be eliminated, clarifying investigations of cause and
effect. Additionally, properties that may reach a narrow
maximum or only occur at all in a very restricted
composition range can be revealed.

Several approaches to achieve designed combinatorial
libraries by independently varying the individual constit-
uent elements can be used, all based on magnetron
sputtering. (i) Co-deposition from cathodes that are tilted
with respect to the substrate plane results in wedge-
shaped nanoscale thin films that are thickest from the
geometrically closest edge of the substrate to thinnest at
the farthest edge.59 Multiple cathodes evenly distributed
around the center of a substrate (3 cathodes: 120°
separation, 4 cathodes: 90° separation, 5 cathodes: 72°
separation) each produce such a wedge, with the resulting
composition at any point on the substrate being the sum
of the material arriving from each cathode (see Fig. 8).
Co-sputtered films are atom-scale mixtures of the materi-
als that are often subsequently annealed to form thermo-
dynamically stable phases and reduce defects. (i) When
the sputtering cathode is directly opposite to the sub-
strate, a blade shutter positioned parallel to the substrate
surface can be moved during the deposition to produce
a thickness wedge. By next rotating the substrate and
moving a different target material into position, a con-
trolled series of wedges can be grown. The wedges are
typically 10 or 20 nm at the thickest end, and the
complete multilayer stack can be repeated many times.
With suitable subsequent annealing, the multilayers can
be compositionally mixed to produce a combinatorial
library. (iii) A hybrid of these two approaches can be
made when the substrate is rotated past several opposed
targets, with additional 90° substrate rotation steps in
combination with deposition profile-shaping apenures.60
With typical deposition rates, the net result is a film built
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FIG. 8. (a) Visualization of the quinary compositions contained in an exemplary thin-film library of Cr—-Mn—Fe—Co-Ni co-sputtered from
individual single-element targets, indicating the relative concentrations at each of 342 EDS measurement points. Legend identifies the elements and
respective cathode positions. (b) Opened co-sputter chamber showing 5 confocal, 100 mm diameter magnetron sputter cathodes.

up of multilayer gradients that are individually generally
less than 1 nm thick through much of their length. Thus,
while material is not being co-sputtered, neither is the
material deposited by a single rotation past a single target
truly a well-defined layer, resulting in a hybrid between
the co-sputtered and multilayer approaches.

For HEAs with multiple principal elements, it eventu-
ally happens that the number of constituent elements
desired exceeds the number of cathodes available.
Increasing the number of confocal cathodes requires
increasing the diameter of the circle on which they are
situated and increasing the cathode center to substrate
center distance, with the consequent problems of larger
vacuum chamber sizes and longer target to substrate
distances. Alternatively, decreasing the individual cath-
ode’s diameter leads to physically smaller combinatorial
libraries having steeper composition gradients in turn
making it often difficult to measure and characterize
distinct, individual alloy compositions. These issues can
be addressed by using homogeneously mixed, multiple-
element targets which are confocally co-sputtered with
other mixed or elemental targets. Or, a single target can
be made of separate material segments,61 yielding a com-
binatorial library after sputtering. However, to deposit
different composition-spread ranges, custom targets of
the appropriate composition need to be fabricated. Since
the as-deposited element compositions are in general not
identical to the target composition and can change as the
target is used, the added complexity limits the versatility
of this approach.

The combinatorial thin-film materials library approach
is not only dependent upon subsequent high-throughput
measurement and characterization of individual compo-
sition points but also highly conducive to this by having
regular, designed gradients organized on a common

substrate. As long as the library is kept together on this
substrate, all sample areas experience the same environ-
ments during post-deposition handling as they similarly
did during any pretreatments and during the thin film
growth itself. Additionally, characterization instruments
need only similar-sized programmable x—y translation
tables and a common measurement grid to yield data sets
that can be directly compared, combined, and archived.
Physical properties such as thickness measurement by
scanning needle profilometry or confocal laser micros-
copy, elemental composition mapping by EDS, phase
mapping by XRD, surface structures characterization by
SEM and scanning probe microscopy are all automated
for data collection. More recently, thin film chemical
properties can be measured by automated scanning X-ray
photoelectron spectroscopy (XPS)®? and (photo)electro-
chermical scanning droplet cell techniques.®> Further
examples are mechanical property screening by auto-
mated nanoindentation,®* magnetic properties by
magneto-optic Kerr effect,®> and optical properties by
photostand.®®

A recently introduced combinatorial investigation ap-
proach consists in depositing an alloy thin film on
a nanoscale-tip array which can then be further processed,
e.g., by annealing or oxidation at various temperatures
and times.®” The nanoscale volumes at each tip can be
quickly analyzed by atom probe tomography and a range
of TEM measurements at the atomic scale, without
further preparation steps such as FIB cutting. These
nanoscale volumes facilitate rapid phase evolution and
decomposition avoiding the need for long annealing of
bulk materials®® or need for the introduction of high
defect densities for acceleration. As an example, the
temperature stability of the equiatomic CoCrFeMnNi
single-phase solid solution was investigated.
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TABLE I. Comparison of the advantages and disadvantages pertaining to the four different combinatorial and high-throughput synthesis techniques

for HEA development.

Techniques

Advantages

Disadvantages

Rapid alloy prototyping

1. Bulk samples of specific compositions

2. No effects of length scale as large samples can be
synthesized

3. Large capacity for microstructural tuning, i.e.,
microstructure and texture can be varied also by
downstream processing

4. All conventional characterization methods for bulk
samples can be directly applied

1. Limited number (generally 5) of alloy compositions
one synthesis and processing run

in

Diffusion-multiples

1. Numerous compositional variants in one sample

2. Relatively low costs associated with the sample
making process

1. Characterization methods are limited to confined local
regions, typically with dimensions in the microscale regime

2. Sample-making process requires long heat treatment
times to arrive at the desired diffusion gradients

Combinatorial laser additive

1. Possibility of exploring bulk alloys that cannot be
cast conventionally due to rapid quenching

1. Relatively high costs associated with the sample making

process

manufacturing can be large

2. The number of compositional variants that is accessible 2. Characterization methods are limited to probing volumes

of small scale
3. Powders need to be pre-alloyed and synthesized

1. Huge range of compositional variants can be synthesized 1. Film specimens with limited length scales

efficiently

Combinatorial thin-film

. measurements
synthesis

3. Suitable for functional alloys that depend more on

2. Direct on-wafer coupling with high-throughput

2. Limited applicability for structural alloys

composition and crystal structure than on details of

microstructure

Combinatorial libraries are particularly useful in re-
fining and verifying predictions made by theoretical
calculations and applied to design of novel HEAs.®
Sputtered thin films, particularly when co-deposited from
elemental sources with the arriving elements being mixed
on the atomic scale, provide a time- and effort-efficient
alternative to the homogenization steps needed for bulk
HEA manufacture such as by arc-melting.”®

Along with the advantages of high materials purity,
excellent cross-sectional compositional uniformity and
atomic-scale mixing of the arriving elements, the fabri-
cation of combinatorial libraries in the form of thin films
also has potential complications that must be kept in
mind. Magnetron sputtered thin films tend to be highly
textured and have substantial internal stress, and as-
deposited may have metastable phases that are not easy
to anneal to the thermodynamically stable form(s). They
often grow with columnar microstructures which tilt
toward the highest particle arrival rate direction. This in
turn can result in the development of intercolumnar
cracks and voids. Alternatively, libraries grown using
the repeating multilayer approach may be difficult to
homogenize by annealing (for slowly diffusing elements)
and show additional effects from the stacking sequence of
the layers. These issues can frequently be mitigated by
applying various deposition options, such as sputtering
power generation with radio frequency (RF), direct

current (DC), bipolar pulsed DC, and high power impulse
magnetron sputtering (HIPIMS). The substrate can be
held at high (or low) temperature during deposition, and
a bias (RF, DC, and HIPIMS) can be simultaneously
applied during growth. Finally, since they are inherently
thin films with a thickness scale of nanometers to a few
microns, morphologies that can appear in bulk materials
on much larger scales may be unable to form.

VI. SUMMARY AND OUTLOOK

We present a brief overview for the four different
combinatorial experimental methods that have been used
to synthesize novel HEAs, namely, RAP, diffusion-
multiples, combinatorial LAM, and combinatorial co-
deposition of thin-film materials libraries. The RAP
enables synthesis and processing of bulk samples with
specific compositions, and thus all characterization meth-
ods used in conventional one-alloy-at-a-time practice can
be directly applied to obtain reliable composition—
microstructure—property relationships. The diffusion-
couple technique produces all possible compositional
variants (i.e., complete composition libraries) of single-
phase regions of a given HEA system, although the size
of a certain compositional variant might be too small to
be efficiently characterized. The combinatorial LAM
method enables synthesis of compositionally graded
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